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FOREWORD

This report was prepared by Aerojet-General Corporation

under Contract No. NAS8-Z416 for the George C. Marshall

Space Flight Center of the National Aeronautics and Space

Administration. The work was administered under the dir-

ection of the Propulsion and Vehicle Engineering Division,

Engineering Materials Branch of the George C. Marshall

Space Flight Center with W. B. McPherson acting as proj-

ect manager.

The assistance of the following Aerojet personnel whose

contributions did much to aid in the successful completion

of the program is acknowledged: R. E. Herfert, T. Mat-

suda, K. A. Rawe and Dr. L. Zernow.

ii



I

I
I

I

I
I
I

I

I
i

I
I

I
I

I

i

I

I

ABSTRACT

A series of selected alloys has been subjected to conventional and

explosive straining in an investigation designed to compare the ef-

fects upon the mechanical properties of the material, to observe

the changes in the metallurgical structure, and to develop an expla-

nation of the mechanism to explain differences in behavior and

structure.

The following materials were subjected to study: 5456-0 aluminum,

AISI 301 stainless steel, 17-7PH stainless steel, and the two titanium

alloys, 6A1-4V and 13V-11Cr-3A1.

Both uniaxial and biaxial loading conditions were explored, with some

materials tested under both ambient and cryogenic (-320°F) temper-

atures.

From the results obtained, it is concluded that:

{a) The mechanical properties of a metal are sensitive to the

magnitude of the applied strain and to the rate and temper-

ature at which the strain is applied. However, with some

materi.Lls, the general trends which are established may be

quantit ttively modified or obscured by specific transforma-

tion processes peculiar to an individual material.

(b) Changes in metallurgical structure resulting from explosive

straining are not prominent, and differences in structural

change due to the strain rates within the range investigated

are apparently sub-microscopic.
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I. INTRODUG TION

I.I AEROSPACE REQUIREMENTS.

Present requirements for space vehicles are such that conventional,

well-established fabrication processes are, in many cases, unable

to handle the size, shape and accuracy requirements with the new

materials required. Because of these factors, it has become

necessary or advantageous to employ the explosive forming techniques.

Minimum weight and maximum strength must be maintained in formed

parts. Therefore, it is of prime importance that the mechanical

properties of materials, after they have been explosively formed,

be known. It is also essential that the formability of materials at

practical explosive strain rates be established. This information

enters into considerations of material selection, production planning,

tool design, and blank configuration.

This research program was initiated to supply information on

behavior of metals subjected to explosive strain rates. A compre-

hensive literature survey, conducted within the program, confirmed

that the fund of data available in the above categories is indeed

meager and in some areas of current interest non-existent.

I. 2 OBJECTIVES OF THE RESEARCH PROGRAM

a. To determine the basic mechanisms that occur during

forming at practical explosive forming strain rates.

Do To evaluate the effects of these mechanisms on

mechanical properties of structural alloys.

To understand and to account for the changes that occur in mechanical

properties due to strain rate effects, investigative emphasis is placed

on changes in microstructure, phase changes, changes in lattice

constants, and unusual behavior of dislocations. An effort to detect

trends common to all materials, or to specific groups of materials,

I



will effect an economy of research effort and will make available

more information at the earliest possible date.

1.3 LITEKATUKE SURVEY

The literature survey uncovered a number of publications which were

studied and evaluated. Comprehensive studies in book form (Ref. 3Z

and 33), some bibliographies (Ref. 48, 49, 50 and 51) and individual

research reports were examined.-

1.3. 1 Search Procedure

Form letters soliciting information were mailed to likely sources and

the libraries were searched. Despite the large volume of published

and otherwise disseminated materials, the returns on the search - in

terms of specific numerical strain rate data and their metallurgical

effects - were meager.

1.3.2 Brief Historical Outline

The earliest attempts to correlate changes in physical properties with

the strain-rate during the loading phase have been traced back to the

eider Hopkinson (John Hopkinson) who in 187Z {Ref. 27) performed

experiments on steel wires by loading them with dropping weights.

Further work on plain carbon steel was done in 1905 by B. Hopkinson

(Ref. Z8).

The fundamental trend discovered in the early work was that the

dynamic _rield stress is higher than the static yield stress. It was

further found that for a given steel, the increase in yield stress

would increase with the loading rate. This strain-rate effect varies

from material to material and depends on the static yield. The

higher the static yield, the less the strength is increased by high-

rate loading. At a strain rate of approximately 1.5 in/in/sec, the

increase in yield stress was approximately 88 percent for a low

carbon steel.
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During this early period, some attempts were made by

Ludwik, Prandtl, and Deutler to formulate a law for

the experimentally determined straln-rate sensitivity.

All three of them worked on the basis of a logarithmic

law, according to which the change in stress during a

rapid loading operation is proportional to the logarithm

of the strain-rate. In 1909, Ludwik (l_ef. 3) suggested

the logarithmic dependence on empirical grounds.

Prandtl (Ref. 4) in 1928 proposed it as a result of a

physical theory of plastic flow. Deutler (Ref. 5), published

in 193Z, in his experimental data gave further support to

the same relationship.

In the period 1930-1940, some more attention was drawn

to problems of impact loading and dynamic strength of

materials. The theories and techniques of wave propagation,

elastic as well as plastic, in solids, began to take shape,

and experimental equipment became available.

The outbreak of World War II gave the impetus to a strong

acceleration of work in these fields. Much of the work done

was initially classified, but was subsequently declassified

and published in the open literature. Therefore, the

publication dates under which the various contributions will

appear in the bibliography do not necessarily represent the

priority which actually may be due to the authors. Several

cases are known where highly important scientific results

were rediscovered and published abroad while still kept

under security regulations in this country.

1.3.3 The Clark & Wood Data

The most comprehensive set of data on dynamic properties of

metals and their alloys is that by Clark and Clark & Wood

(Ref. 6 and 7). In these two publications, taken together,

they present experimentally obtained dynamic property data

for eighty-two different materials and conditions.

It clearly appears from these data that oversimplification

and over-generalization is dangerous. Each material behaves

in its own individual way with respect to dynamic deviations

from static properties. However, with proper grouping of

the materials, it is still possible to establish some general

trends and thereby make the data usable as a basis for

predicting dynamic behavior of materials not yet actually

tested dynamiCally.



As a collection of data on dynamic properties of metals under

defined loading conditions, this work still stands unexcelled.

Because of its unique value as a reference source, an

abbreviated extract w_th a systematic presentation of the

data has been prepared and is submitted as part of Appendix A1.

The Clark and Wood dynamic data are correlated with impact

velocity rather than with strain rate. Their experimental

procedure does not readily permit a transformation to strain

rate.

1.3.4 The Von Karman Theory and Related Subjects

A theory for the uniaxial propagation of a plastic impact wave

was published in 1950 by yon Karman and Duwez (Ref. 8). The

theory was actually developed in 1942, but kept classified during

the war. Similar theories were published in the intervening

interval by G. I. Taylor (Ref. 9 and 10), and by Rakhmatulin

and Shapiro (Ref. 11, 12, and 13).

In the original version of the yon Karman theory, for reasons

of simplicity, the material is assumed to be strain-rate insensitive.-

Despite this approximation, the theory was found to be highly

valuable. For example, it predicted the existence of a critical

impact velocity, at which normally ductile materials exhibit

brittle or semi-brittle failure. The Clark and Wood data confirmed

this prediction.

However, other measurements indicated the desirability of

further refinement of the theory. The lack of complete agreement

between observations and theory gave rise to activity in the study

of strain-rate effects. Contributions to the clarification of this

problem were given by Bohnenblust, Malvern, Riparbelli,

Sternglass and Stuart, and Zener and Holloman.

All aspects taken into considerationj it appears that Malvern

(Ref. 14) stands as the originator of the most realistic analysis

of strain-rate effects.

Malvern's analysis assumes that the increase of the yield stress

under dynamic conditions is a logaritl_mic function of the

strain-rate,
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somewhat similar to the suggestions by Ludwik, Prandtl, and

Deutler. Malvern's analysis may, according to Dorn, Hauser and

Simmons (Ref. 15) have to be modified in order to account for the

acceleration of dislocations.

it should be unaerbtuud -1--*_,_=_*_._,_ into_-,_q_•.. _. nf__eh_..... s ¢,_r°uD. of investiga-

tors appears to concentrate on the behavior of the yield point or

yield stress as it occurs instantaneously during the process of

straining at an elevated strain rate, including the occurrence of a

time delay in the yielding. These works do not attempt to clarify

to what extent the yield point and other properties, notably those

associated with fracture, are permanently affected as a result of

a previously applied high rate of strain.

As to actually applied strain rates, Riparbelli's work is confined to

strain rates below 1200 in/in/rain, while Malvern studies the range

from 6000 to 24000 in/in/rain.

1.3.5 British Contributions

Early British contributions are of interest because they show the

basic concepts, as well as the general trend of the numerical data

at an early date. More recent work has provided conclusive results

for a variety of materials, tested over a wide range of well-defined

strain rates. The pertinent data are presented in abbreviated form

in Appendix AZ.

1.3.6 Westinghouse Data

A prominent collection of data, in effect the best hitherto found, has

been published by Nadai and Manjoine from tests made in the Westing-

house Laboratories. Ferrous, as well as non-ferrous materials were

tested, and almost all were conducted over a strain rate range up to

1000 in/in/sec or higher; in other words, through and above the same

range as the one which is covered by this program. Ultimate and

yield strength, as well as elongation, were tested. The pertinent

data have been consolidated and are presented in Appendix A3.
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1. 3.7 General Effects of Impulsive Loads on Metals

The need for information on the effects of impact loading on metal
structures prompted the publication of a book "Behavior of Metals
Under Impulsive Loads", by John S. Rinehart and John Pearson,
in 1954 (Ref. 31). With the subsequent intense interest in the
explosive forming process, this book has enjoyed a wide circulation and
has presumably influenced the thinking of many workers in this field.
While the dissemination of knowledge is always desirable, it should
always be remembered that it may be dangerous to attempt to extra-
polate findings and conclusions outside of the range where they were
developed.

This general remark is particularly appropriate in the present case,
because the book by Rinehart and Pearson does not cover explosive
forming for the simple reason that explosive forming existed only in
isolated cases when the book was written and published {in 1954}. It
deals largely with severe damage effects such as fracture, fragmen-
tation, and scabbing, caused by contact explosions. It is still today
a high-ranking source of information about this very special subject.
However, the systematic verbal and pictorial presentations, in
themselves excellent, of the destructive effects of explosives have
undoubtedly in the minds of many persons instilled a feeling of fear
of, or at least a suspicion of, explosive forming as a process by which
structural materials may suffer mysterious microstructural damage.

There is no reason why this should be the case. The stress intensities
and strain rates used in explosive forming are, fortunately, much
lower - probably by several orders of magnitude - than the correspond-
ing parameters for explosive damage processes.

The value of the book for the present study lies in the detailed discus-
sion of the various aspect of microstructural changes (not necessarily

destructive} supported by some excellent reproductions of micro-

graphs. Condensed extracts from these sections are given in

Appendix A4, preceded by definitions and explanations of various

terms.
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1.3. 8 Selected Topics from Other Literature Sources

1.3.8. 1 What is the Correct Fundamental Parameter?

It has been assumed, as the basis for this program, that it is

possible to correlate dependent variables, such as metallurgical

and mechanica! properties and microstructural changes, _4th the

applied strain rate as the fundamental independent parameter.

This is a natural parameter selection and the results obtained

from the present program indicate that it is also a feasible one.

No dirett confirmation has been found from literature, as

stated before, because of lack of specific data on properties after

prestraining at well-defined strain rates.

The preferred parameter appearing in a number of publications

is the shock strength, expressed as the maximum shock pressure,

usually measured in kilobars. It has been found repeatedly that

iron and some other metals undergo phase changes when the shock

strength is sufficiently high.

The phase change involved with iron was originally assumed to be

the alpha-gamma transformation, although C. M. Fowler, F. S.

Minshall, and E. G. Zukas (Ref. 33, p 308) have expressed some

doubt about it. Basically, the actual phase change is considered

a reversible one and should therefore reverse itself at unloading

so that no permanent trace of a microstructural nature is left

behind. A great deal of discussion has taken place as to the origin

of slip lines, twins, and other visual indications of permanent

microstructural chan,ges. The most common explanation is

that they are caused by plastic strain preceding or accompanying

the shock. So far, the shock strength should be the fundamental

parameter. However, the situation is no longer that simple.

In 1958(Ref. 34), C. S. Smith showed that the pattern of slips

and twins is controlled, not just by the primary shock, but actually by

the interaction between the oncoming shock and the reflected

rarefaction wave. Confirmation hereof is found in a contri-

bution by Fowler, Minshall, and Zukas (Ref. 33, p 278) where

they show very clearly that two microstructurally different

zones may exist in a single specimen, characterized as the

high pressure zone and the low pressure zone, caused by inter-

action as described. The reason for these complications is the

wave-nature of the moving shock.
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The conclusion to be drawn for actual explosive forming conditions

is that attention should be given to the possibility of wave phenomena

before attempts are made to correlate results. Such wave phenomena

are undoubtedly always present. At low strain rates, such as lO0 in/

in/sec or 6000 in/in/min, they are barely noticeable, but at higher

strain rates, which may come within the range of practical explosive

forming, they will be significant and could well be responsible for

disturbances in correlations.

1.3. 8.2 Hardness Plateaus and Twinning

Rinehart and Pearson (Ref. 31) have drawn attention to the simul-

taneous occurrence of several intersecting families of twins. This

subject has been further studied by Sampoaran Singh, N. R. Krish-

naswamy, and A. Soundraraz (Ref. 35). They found that up to four

different twin families could exist in a single grain and that the hard-

ness of the individual grain was a function of the number of simul-

taneously existing twin families. With no change in the number of

twin families, there should be no change in the hardness, and they

actually determined a hardness curve exhibiting four fiats or plateaus,

corresponding to the number of twin families. Hardness plateaus

were also found by H. P. Tardif, F. Claisse, and P. Chollet (Ref. 33,

pp 398-399).

I. 3.8.3 Deformation Bands

The occurrence of bands, other than Neumann bands, has been

reported by Samuel Katz and R. E. Peterson (Ref. 36) and by Samuel

Katz, D. G. Doran, and D. R. Curran (Ref. 37}. They found in

explosively loaded specimens a pattern consisting of two crossing

systems of lines, each under 45 ° angle with the surface. The origin

of the lines has not yet been established. Very similar markings,

referred to as a "chevron pattern", have been observed recently

in the Aerojet research program conducted under Contract No. AF33(606)-

8191 (Ref. 38). The origin of these lines appears to be related

to the sheet rolling process.
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i. 3. 8.4 Recrystallization Possibilities

The normal mode of occurrence of twins is within each single grain

separately. Twins may also cross grain boundaries, but in such

cases they usually suffer a considerable change in direction at the

crossing point. This is quite natural and logical when it is remem-

bered how a twin is formed from the existing crystal lattice structure,

as explained in Appendix A2.

R. J. Eichelberger (Ref. 32, p 146) has shown a photomicrograph of

a twin extending across two adjacent grains with practically no change

in direction {Fig. I). He draws attention to the observation in the

text, but does not attempt to explain the reason for it.

The same subject has been examined closer by Tardif, Claisse, and

Chollet (Ref. 33, pp 401-406) who investigated cases where twins

cross boundaries between ferrite and pearlite grains without change

in direction (Fig. 2). They explain the observation by the fact that

adjacent ferrite and pearlite grains may have the same orientation

because they are formed by a diffusion and precipitation process

within one larger grain in the matrix of solid solution of iron carbide

in iron.

A similar observation for columbium was made by G. E. Dieter

(Ref. 33, p 428} {Fig. 3).

After this observation was made, closer examination of a number of

micrographs, particularly from Ref. 38 and 39, shows similar cases

of twins extending outside of one grain without or with very small

deviation in direction. This was found for ferrite grains as well as

for pearlite grains and, in some cases, the twin would be found to

extend to a considerable distance {Fig. 4 and Fig. 5).

The frequency with which this observation in oron was made inferred

that a mechanism may be present other than the accidental and random

occurrence of similarly oriented neighboring grains. The mechanism

here proposed is that of recrystallization.

It is known that recrystallization occurs at elevated temperature and

that heating may occur during explosive loading operations (see Appendix

A4, pp A4-4, and Ref. 33, E. G. Zukas and C. M. Fowler, pp 353-355)

by one or two adiabatic processes. The temperature rise may well be

I



of the order of several hundred degrees, and cannot be dismissed as

insignificant.

On the other hand, recrystallization is known to be normally a pro-

cess requiring some time-duration. The question remains as to

whether the time available is sufficient for recrystallization to occur

with re0rientation of crystal structures.

From these considerations, one may be led to the conclusion that

recrystallization is a pressure-dependent process and that the re-

crystallization rate increases {regardless of temperature} with

increased pressure.

1.3.8.5 Strain and Strain Rate Problems

The work by Ludwik, Prandtl, Deutler, Malvern and others, together

with the increasing understanding of the mechanics of longitudinal

impact wave propagation in bars has gradually shifted the emphasis

from impact velocity data to strain rate data and has established the

need for quantitative strain rate determination in connection with

explosive forming.

Excellent and highly accurate methods exist for determination of all

parameters, including strain rate, in connection with shock wave

propagation through massive bodies; however, these methods are not

directly applicable to explosive forming of sheet metal, partly because

explosive forming is mainly associated with loading in tension where

shock wave theory does not apply, and partly because, in most cases,

the stress and strain pattern is biaxial.

Theoretically, the measurement of strain rate requires measurement

of infinitesimal increments of dimension and time. This is physically

impossible, but by skillful modification it is possible to obtain strain

rate data from measurement of finite quantities.

For fundamental research purposes, it is possible to simplify the test

system so as to render it uniaxial. As stated before, an impact load

applied to one end of a tensile test specimen is bound to create an axial

wave propagation through the part. Within the framework of this pro-

gram, the wave component was found to be insignificant. When higher

velocities are used, the wave component cannot be ignored.
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A plastic wave leaves the bar with a non-uniform strain pattern, which

actually is a permanent record of the wave intensity itself. By strain

measurements and application of known theory, it is thus possible to

establish knowledge of corresponding values of dynamic stress and

strain, if needed. The method is not difficult but somewhat time-

consuming.

Above a certain high impact velocity, the so-called critical velocity,

the method is no longer applicable because of the fracture which occurs

instantaneously at the impact end. This critical velocity is a product

of the general wave dynamics of the system rather than an indication

of a specific material property, and is therefore a disturbing factor.

For these reasons, it appears desirable to find a uniaxially loaded

system without a wave effect. Such a system is found in a circular

ring, cylinder or tube, expanding uniformly under the influence of the

kinetic energy imparted into its mass by an evenly distributed impact -

for example, from an explosive charge. When the tube or cylinder is

short, so that the system becomes a ring, then the stress and strain

system (after expiration of the energy transmission period) becomes

a uniaxial system. With a significant axial length, the system becomes

biaxial. The method was first proposed by E. K. Henriksen (Ref. 40)

and the theory subsequently applied to design of cylindrical dies and

to the process of truing or sizing (Ref. 41, 4Z, 43).

The same principle was applied to uniaxial strain rate studies by

Johnson, Stein and Davis (Ref. 44) and by Wood et al (Ref. 45). In

the investigation by Johnson et al, stress developed during the strain-

ing cycle was determined but no attempt was made to determine the

permanent change in mechanical and metallurgical properties. Wood

et al found for the three materials - 17-7 PH stainless steel, Vasco-

jet I000, and 6AI-4V titanium - that the fracture strain increased at

increasing strain rate. A similar effect was not observed for Rene 41

and A-_86. The strain rate as such was not given, but only the radial

velocity. Their data are:

II
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Material

17-7PH Stainless

Steel

Maximum

Fracture

Strain

(in/In)

0.55

Radial Velocity at

which Maximum

Fracture Strain

was obtained

(ft/sec)

350

Vascojet 1000 0.23 Z00

6A1-4V Titanium 0. lZ 100

Rene 41 0. Z8

A-Z86 0.25

Constant for all

velocitte s.
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No case is known where a critical velocity, equivalent to the critical

impact velocity for prismatic bars, has been observed in an expand-

ing ring.

1.3.8.6 Appropriate Definition of Strain

It is conventional in materials testing to define the elongation at

fracture on the basis of a gage length. This procedure is insufficient

for dynamic studies because it is not a true material property in that

necking usually precedes failure.

Necking has been studied extensively for quite a number of years, and

it is understood that it is an instability effect; consequently, since the

amount of necking affects the elongation as measured from the gage

length, the elongation is no longer a pure material property.

The matter is further aggravated by the fact that multiple necking may

occur in a single test specimen. A detailed study of this phenomenon

is given by Wood et al (Ref. 45). Their findings are similar to those of
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the present program, in which n_ultiple necking was observed quite

frequently in titanium alloys if the specimen was prestrained too far.

The effect of necking on ductility data is automatically eliminated if

all strains are converted to natural (logarithmic) strains. This has

been done in the present program, and comparison made with con-

ventional strains. It was repeatedly found that the observed trends

become much more consistent and unified when based on terms of

natural strain than when based on conventional strain.

1.3.8.7 The Behavior of Austenite

In the present program, it was found that 301 stainless steel, an

austenitic material, showed less increase in ductility with increase

in strain rate than the other materials tested. It was therefore of

particular interest to find, during the preparation of this report, one

observation which is in complete agreement with those made under

this program, and the explanation offered was along very similar

lines. Williams (Ref. 46) has observed this individual behavior of

18/8 type stainless steel. His observation and comments are so sig-

nificant that they are quoted verbatim:

"It is of interest to note that the four materials which work

hardened more on explosive forming than on pressing all

possessed face centred cubic lattices, while mild steel and

titanium have lattices of the body centred cubic and close

packed hexagonal types respectively at room temperature.

Campbell and Duby 1 have found that the dynamic impact of

a 0. Z4 per cent carbon steel caused a smaller increase in

hardening than when the material was slowly deformed to

the same extent. They suggested that dynamic impact would

activate a larger number of dislocations than static deforma-

tion because of the much higher stresses applied during the

short period of loading. The larger number of free disloca-

tions might then permit the steelto deform more easily on

subsequent re-loading, i.e. hardness testing.

1 Campbell, J.D. and Duby, J. Proc. Roy. Soc., 1956, 236A, p Z4. (Ref. 52)
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In the case of stainless steel any such effects are masked

by allotropic changes. Austenitic stainless steel of the

18/8 type is only truly stable at temperatures above 400°C,

but material quenched to the metastable state will not

transform on holding indefinitely at room temperature.

For the establishment of equilibrium more energy must be

applied to the system, and the application of cold work can

provide energy to cause the material to assume, at least

partially, the stable condition. The austenite decomposition

product appears as low-carbon martensite, and any

untransformed austenite remains in a severely stressed

state, so that a considerable increase in hardness and loss

of ductility are experienced. Under the conditions of shock

loading in explosive forming, more martensite is formed

than on slow pressing. "

In the cryogenic tests in the present program, it was found that

.prestraining at a low temperature had a similar effect as prestrain-

ing at a higher strain rate. A confirmation of an observation of

this type, with respect to austenitic stainless steel, was found by

Krlbovok and Talbot (1Ref. 47). They found considerably greater

rate of work hardening when stainless steel was formed at cryogenic

temperatures than when formed at room temperature.

1.3.9 Conclusion

It was intended to conduct the study of the literature for the purpose

of accumulating and presenting existing data on the correlation

between strain rate and microstructural changes, the strain rates

to be of the same order of magnitude as those used in practical

explosive forming; that is, in the range from 100 in/in/sec to

1000 in/in/sec.

Based on this specific definition of the purpose of the literature

study, it must be stated that the result has been 100 percent negative,

as no attempt to perform this correlation has been found in the literature.
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In view of the fact that explosive forming research a_d development

has been underway for approximately six years in numerous places,

this situation calls for an explanation. The most likely explanation

is that a reasonably exact determination of strain rates is a difficult

problem. Direct experimental measurement of strain rates is highly

time-consuming and expensive. Indirect determination of strain

rates by means of analysis of measured deformations is tedious

and complex.

However, despite the absence of this data from the literature

study, it did produce a number of observations which are sufficiently

closely related to the subject to justify being presented here.

The extensive recent investigations of strain rate effects are mostly

aimed at the stress-strain relations in the vicinity of the yield point,

at the time-delay in the yielding, and at the effects of strain rates

and associated pressures of a much higher level than those found with

explosive forming.

Some explosive forming reports did approach the subject: however,

they suffer from lack of strain rate data and lack of appropriate and

well-defined strain data.

The two major contributions as of today are the Clark & Wood data,

and the Westinghouse data.

TEST MATERIALS

Five (5) test materials were chosen for the investigation of strain

and strain rate effects on mechanical properties and microstructural

changes. The five metal alloys are:

5456-0 Aluminum Alloy

AISI 301 Stainless Steel

17-7 PH Stainless Steel

6AI-4V Titanium Alloy

13V-I ICr-3Al Titanium Alloy
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The 5456-0 aluminum alloy was supplied by MSFC, and no chemical

certification of the material was furnished. Suppliers' chemical

certifications for the other materials are listed in Tables I through

IV, together with the applicable specification limits. All test

materials were obtained in nominal 0. 100-inch thickness.

For control purposes, mechanical properties tests were conducted

on all materials as received, both longitudinal and transverse to the

rolling direction of the material. All specimens subjected to uni-

axial straining prior to testing were prepared in the transverse

direction as lower mechanical property values are usually found in

the transverse direction and practical design criteria should be based

on the lower values.

Test material was subjected to several degrees of strain at both

conventional and explosive strain rates prior to mechanical proper-

ties testing and metallographic examination. For the purposes of

this report, the strain prior to testing is defined by the term

"prestrain", and the unit elongation as determined in the standard

tensile test subsequent to prestraining is defined as "test strain".

Z. 1 SPECIMEN CONFIGURATION

In the preparation of specimens for uniaxial prestraining, the sheet

material was sheared into 8-inch long by l-3/8-inch wide blanks and

machined to a modified standard tensile specimen with the dimensions

as shown in Figure 6. It will be noted that the width in the gage length

varies with material, prestraining temperature, and material condi-

tion. Widths of the specimens provided allowance for area reduction

during prestraining while retaining sufficient stock for remachining

the gage length to 0. 500-inch width prior to tensile testing. During the

course of the program, the widths were revised as shown to eliminate

specimen failures which occurred as tensile failure across the load

pinhole, as bearing failure behind the load pin hole, or as a result

of stress concentration at the radius adjoining the gage length. The

same specimen configuration was used in uniaxial prestraining, for

subsequent standard tensile testing, for edge-notch tensile testing,

and for microstructural examination. The edge-notch tensile speci-

men is shown in Figure 7.
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Z. Z HEAT TREATMENTS

In addition to testing as prestrained, the heat-treatable alloys were

tested with appropriate intermediate heat treatments, and control

tests were run on the heat=treated amteria!s without prestrain. The

heat treatments which were used are as listed below:

Z. Z. 1 17-7PH Stainless Steel

TH1050 - For the Control Specimens:

Heat to 1400°F and hold for 90 minutes.

Air cool to 60°F + 0°F
_10OF

and hold for 30 minutes minimum.

Heat to 1050°F and hold for 90 minutes.

Air cool to ambient temperature.

The aging treatment for the CH900 condition consisted of heating to

900°F anti holding for one hour and allowing to air cool to ambient.

The TH1050 condition was applied in order to provide a check of the

material's response to heat treatment by comparing the results with

published minimum values established by the manufacturers. The

1400°F austenite conditioning portion of this treatment would tend to

remove the effect of straining in the prestrained specimens; therefore,

these specimens were given the GHg00 treatment which is an aging

treatment. This provided a basis for comparing results with

published cold-rolled and aged properties.

Z. 2. Z 6A1-4V Titanium

Solution treatment: 1700°F + z5°F for 1 hr. water quench.
. OOF

Age: 1000°F for 8 hrs.

The control specimens were solution-treated and aged. The material,

which was prestrained, was solution-treated prior to straining and

17
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aged after straining. This alloy must be in the solution-treated condi-

tion in order to respond to an aging treatment; therefore, it was

strained in the solution-treated condition, since application of this

treatment subsequent to straining would otherwise tend to remove the

effects of straining due to the high temperature employed.

2. Z. 3 13V-IICr-3AI Titanium

The material was received in the solution-treated condition and tested

"as-received" and "as-received and aged" for control tests. The

material was strained in the solution-treated condition and tested for

mechanical properties in the strained condition and in the strained and

aged condition. The aging cycle used was 800°F for Z4 hours. ,

Since 13V-11Cr-3A1 was supplied in the solution-treated condition, it

was not necessary to apply any other heat treatment prior to straining.

The specimens were aged after straining.

EXPERIMENTAL PROGRAM

In this program, the test materials were prestrained under the follow-

ing conditions:

Strain Field:

Uniaxial

Biaxial

Strain Rate:

Conventional

Explosive

Applied Strain Temperature:

Ambient

Cryogenic
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Subsequent to prestraining, the mechanical and metallurgical

properties were determined by the following methods. (Control

samples were also subjected to these tests. )

Tensile Test:

Proportional limit

0.2% offset yield strength

Ultimate tensile strength

% elongation in Z inches

% reduction of area

Modulus of elasticity

Mic rohardne s s

Notch sensitivity as determined by the

sharp edge-notch tensile test

Optical Microscopy

Electron Microscopy

X-ray Diffraction

Strain data and mechanical properties of control and strained unt-

Sial specimens are presented in Tables V through IX. The strain-

ing techniques and investigative methods will now be discussed in
detail.

3, 1 UNIAXlAL STRAIN FIELD

Test specimens for uniaxial prestraining were prepared as described

in Section Z. They were subjected to purely axial loading. By this

19
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system, good control of applied strain could be maintained.

3. 1. 1 Conventional Strain Rate

3. 1. 1. 1 Ambient Temperature

Conventional straining to simulate normal pressing and forming opera-

tions was performed in a standard tensile testing machine. By running

the machine in *'rapid traverse", the resultant strain rate within the

Z-inch gage length was 3 in/in/rain. Early prestraining of 301 stain-

less steel was performed at the highest speed, using the hydraulic

system which gave a strain rate of 0.03 in/in/rain. The data for these

tests are recorded, but the tests were also repeated at the higher

strain rate. The specimens were secured in grips, and practically all

of the elongation was confined to the Z-inch gage length.

At least two specimens of each material were strained to fracture in

order to establish the fracture strain. Subsequent specimens were

then strained to prescribed percentages of the fracture strain b 7

unloading the tensile machine at a precise moment during the straining

operation.

3. 1. 1. Z Cryogenic Temperature (Liquid Nitrogen, -BZ0°F}

Conventional prestraining at -320°F was performed essentially as

above but with the addition of a special fixture for holding the speci-

men which could be lowered into a Dewar flask. This permitted the

specimen to be completely immersed in liquid nitrogen during pre-

straining. The specimen was pin-loaded, as the special fixture

would not accommodate grips. For 301 stainless steel, the problem

of load pin hole elongation resulted in reduced strain rates being

obtained within the gage length. Approximately one-half of the total

elongation occurred in the grip area, so the strain rate is recorded

as I. 5 in/in/rain.
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3. I. Z Explosive Strain Rate

3. I. Z, 1 Ambient Temperature

A dynamic test fixture was used as shown in Figure 8 for explosive

prestraining. A ...._=o_ specimen ......_s =,_r,,r_ct_v....... in position, an exD10-.

sive charge was placed on the driver plate, and the charge was

detonated. The required explosive charge varied from 33 grams to

120 grams, depending on material and specimen width. The ram

was permitted to pull the specimen to fracture. In subsequent tests,

after the total strain to fracture had been determined on at least two

specimens of each material, the stop was set to a point which would

give the desired percentage of total strain at fracture. Allowance

had to be made for elongation in the grip area in adjusting the stop.

A combination of grip and pin loading was used, and some load pin

hole elongation nearly always resulted.

It is estimated that the dynamic test fixture has an upper strain rate

limit of approximately 200 in/in/sec. If it is desired to use the

fixture at higher strain rates, it will have to be strengthened to with-

stand higher explosive charges, and the adjustable stop will require

a damping arrangement in order to eliminate excessive rebound

which would tend to distort the prestrained, non-fractured specimen.

3. 1.2.2 Determination of Explosive Strain Rate

Strain rates developed in the dynamic test fixture were determined

for each material by high-speed photography. A split frame, 16ram

Fastax Camera with framing speeds up to 14,000 fr/sec was used to

record the event from just prior to detonation to after fracture. The

camera lens and tensile specimen were adjusted to the same height

to eliminate parallax, and the lens to object distance was 10 feet.

Four photospot lamps were focused on the test specimen, and this

lighting proved adequate.

To protect the camera equipment from the explosive and to minimize

obscuration of the event by products of detonation, a 1-inch thick

steel barricade was welded to the guideplate of the dynamic test

fixture and positioned as shown in Figure 9. Despite this precaution,
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the specimen was obscured during straining on many of the films

(see Fig. I0). On such films, measurement of the specimen could

not be made after detonation, but for twelve films, the frame at

which fracture occurred could be estimated, and the average approx-

imate strain rate was calculated. These strain rate values are

tabulated in Table X.

The strain was obtained by measuring the original Z-Inch gage length

on the fractured specimen. The framing rate was determined by

counting the number of frames between the millisecond timing marks

on the edge of the film. To obtain the approximate number of frames

to fracture, the film was carefully examined in a film reader. Where

the first indication of fracture could be observed, the number of

frames to fracture as counted from the first indication of detonation

gases appearin_ are indicated in the table by an approximation sign.

Where the first distinguishable frame showed the specimen fractured

and separated, the actual number of frames to fracture is indicated

as being less than the recorded value. From the three measured

quantities, the average strain rate was calculated as follows:

Strain Rate =

Strain (in/in) x Frame Rate (Fr/sec)

Frames,to Fracture (Fr) = in/In/sec

One film, Figure 11, was sufficiently free of obscuring gases to

allow measurement of every frame from detonation to fracture. The

distance between the shoulders formed by the radii and the grip width

of the specimen was measured on a microscope with a micrometer stage.

Three (3) traverses were run, averaged, and recorded in Table XI.

The unit of length is arbitrary. It will be noted that the range of

measurements is greater where definition of the specimen is reduced

by gases.

Since shoulder length was measured on the specimen before straining

and after fracture, the actual lengths represented by the film

readings were established for these two points, and all intermediate

points were calculated by the proportion:

F-159 S-3.14

39 0.72

where F is the film measurement and S is the shoulder measurement.
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A record was kept of the Z-inch gage length and shoulder length after

straining for all explosively strained specimens. These measurements

are tabulated for all of the 5456-0 aluminum specimens in Table XII,

and gage length is plotted against shoulder length in Figure 12. From

this curve, the gage length and corresponding strain at each film frame

were recorded. Knowing the framing rate and thus the time interval

per frame, strain was plotted against time in Figure 13. The strain-

time curve was then graphically differentiated to give the strain rate

curve over the complete straining period. Increments taken were suf-

ficiently small to assume, without undue error, that strain was t_,i==r

within each time interval. The method is thus very discriminating

and allows a detailed analysis of the straining process.

The graph for the strain curves from its inception. This is caused by

the gradually increased work-hardening of the material. The graph

shows also a distinct difference in curvature between the early part

and the later part; in fact, the early part of the curve is nearly a

straight line. This observation is a visual confirmation of the con-

clusion, drawn elsewhere in this report from a comparison between

the yield point and the true ultimate stress - namely, that the work-

hardening is delayed at explosive forming rates. Prior to fracture,

the strain curve rises rapidly. This is due to the reduction of the

load in the specimen as the necking progresses. The energy for this

secondary acceleration is the elastic energy accumulated in the test
fixture.

Tt is the early and near-straight portion of the curve which is of

interest here because it represents the corr.plete or the major part

of the applied prestrain. The maximum strain rate attaned during

this period is 170 in/in/sec and appears shortly before the 40 per-

cent limit is reached. From here on, the strain rate decreases to

a minimum of 25 in/in/sec which is reached after passage of the

75 percent limit. The average over the interval up to the 75 percent

limit is 95 in/in/sec. This is in fair agreement with the values

listed in Table X, considering the experimental difficulties involved

in obtaining these values. However, strain rate has been plotted on

a log scale in other graphs in this report, and differences of this

magnitude do not appreciably change the shape of the resulting

curves. The strain rate of greatest interest is in the early portion

of straining when the major portion of strain occurs and before neck-

ing begins.

In future work, a further effort will be made to reduce the gaseous

obscuration by machining an "O" ring groove in the guideplate of

the dynamic test fixture to seal around the ram (see Figure 8).

A further modification of the technique would be to highly polish

a circular portion, approximately I/8-inch diameter,
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at the ends of the gage length which could be used as fiducial marks
for directly measuring strains across the gage length. The use of

color film and increased illumination in conjunction with the fiducial

marks would tend to offer insurance for obtaining greater contrast

and simplify the measuring procedures.

In any modification or redesign of the dynamic test fixture, the fol-

lowing basic design principles are suggested:

a. Allowances between moving parts should be generous.

b. Simplicity and ruggedness should be criteria for design.

C. Members adjacent to the explosive should be considered

expendable.

do Means should be provided for rapid assembly and dis-

assembly of the fixture.

3. 1.2.3 Cryogenic Temperature (Liquid Nitrogen, -3Z0°F)

Explosive prestraining at -320°F was accomplished with the dynamic

test fixture by modifying the fixture to permit the test specimen to be

surrounded by liquid nitrogen while being strained. The continuous

vertical assembly of the specimen and the ram precluded the use of a

Dewar flask. A styrofoam disc was placed on the guideplate with a

central hole cut to clear the ram. Its purpose was to serve as the

base of the styrofoam container while insulating the nitrogen from the

guideplate, which acts as a massive heat source. A styrofoam cylin-

der was placed around the specimen and all joints were sealed with

heavy grease. It was necessary that the cylinder be long enough to

cover the upper specimen support by a sufficient depth to ensure com-

plete immersion of the specimen at time of detonation. The styrofoam

was expended in the course of each shot.

Due to the adiabatic heating generated by plastic work, the tempera-

ture at which prestraining occurred may be expected to vary from

-320°F. However, -320°F is considered the nominal temperature

for these tests. A similar temperature deviation occurs during tests

at ambient or room temperature.
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3. Z APPLIED STRAIN

The amount of prestrain to which the specimens were to be formed

was originally specified for each test condition as 40 percent and

75 percent, expressed as percent of maximum at fracture. This

gave two fairly equal intervals for plotting results and determining

trends. These values had to be amended as testing progressed. It

may be observed in Table VIII for the 6A1-4V titanium that the ap-

plied strain is 30 percent and 60 percent in lieu of 40 percent and

75 percent. This was necessary as it was found that necking in the

test specimen occurred at less than 75 percent. In order to produce

specimens without becking, the upper limit was set at 60 percent and

the lower rimit was reduced to 30 percent to provide equal intervals.

For the solution-treated material, the elongation was so small that

only one applied strain of 50 percent was used. On Table IX, for

13V-IICr-3AI titanium, a strain value of 50 percent only was esta-

blished because of low elongation at fracture and low uniform elonga-

tion.

To obtain strain measurements, each prestrained specimen was

blued, and a Z-inch gage length was scribed. Subsequent to pre-

straining, the distance between gage marks was measured and the

elongation was obtained. This value was recorded in Tables V through

IX as measured strain. Measured strain of uniformly prestrained

specimens is compared to the average measured strain of specimens

strained to fracture at the same strain rate and the result is recorded

as actual strain in percent of maximum.

No specimens which showed any indication of necking were used for

further testing. Other specimens which differed drastically from the

specific applied strain were also discarded. Because of the very

small uaiform elongations available in the solution-treated titanium

alloys, the spread in actual strain is large while the absolute values

of strain fall in a narrow range.

3.3 BIAXIAL STRAIN FIELD

Biaxial strains were introduced in the test material by forming test

blanks into an elongated dome die, Figure 14, The die was designed

. with flat areas of sufficient size to allow tensile specimens to be cut
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from the formed dome for evaluation of biaxially prestrained material.
The developed design permits flexibility in depth which in turn permits
coverage over a range of strain. Thus the die is not limited to mat-
erial with a specific elongation.

The original concept in creating the die was to permit obtaining strain
combinations typical of strains met in explosive forming and to vary
the strain combinations by varying the width of the flange in the flat
blank. However, results obtained were somewhat disappointing. With
a narrow flange, restraint on the parallel straight sides was insuffi-
cient to cause appreciable strains in the transverse direction. The
material gave strain combinations in the semicircular dome ends
similar to round domes, bat the material was not flat in these areas
to allow cutting straight tensile specimens. With a wide flange,
fracture occurred prematurely at strains far below the normal
fracture strain.

It is recommended for any future studies where this approach is appli-
cable that the forming die be designed in a circular configuration
rather than as an elongated dome. Provisions for giving flexibility in
depth and the use of a flat bottom similar to the elongated dome will
duplicate the advantages of the elongated dome die and eliminate its
disadvantage s.

3.3. 1 Test Blank Preparation

Biaxial strain measurements on materials formed in the elongated
dome die were made by placing a grid pattern on the test blank and
measuring changes in pattern which occurred after forming. The test
material was coated with Fruindorfer Cold Top Emulsion, manufactured
by Phillip Lachman Company, Evanston, Illinois. A master grid on

"mylar"was placed over the coated test material and exposed to light.
Among various emulsions previously used, the grid pattern resulting
from the above emulsion was the most successful to remain on the
metal during the forming operation, although some loss of grid pat-
tern occurred with the above material also. Proper preparation of
the metal blank is most important.

3.3. Z Biaxial Conventional Forming of Test Blanks

I! I!

Using the elongated dome die in conjunction with a kirksite punch which

,.
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was cast from a mold of an explosively formed dome, test blanks

were formed in a 375-ton Danly double-acting press. Two of the

5456-0 aluminum domes were sectioned as shown in Figures 15

and 16, where the specimen number defines the location in the dome

from which each specimen was taken. Wherever possible, pairs of

specimens were cut from symmetrically comparable areas in a dome

in order to have ' - ' spe ...............nearty equal =_=_,,_ In each _-_m_n nf the pair. In

Table XIII, where strain data and mechanical properties are tabulated,

_'_._ +...,_+_,,_.. k_nqt specimens are transverse tothese pairs are • ....... _ .............

the roiling direction for comparison with uniaxially strained specimens.

The strain rate is taken as the average over the total punch travel

and was calculated by dividing the measured strain by the elapsed time

during forming (7 sec. I. The higher of the two strain values as

measured in the longitudinal or transverse direction in the elongated

dome was used in all cases.

3.3.3 Biaxial Explosive Forming of Test Blanks

In using the elongated dome die to form test blanks, two sheet-

explosive charges varying from 50 to 100 grams each were suspended

at standoffs ranging from 6 inches to 8. 5 inches above the centers of

the semicircular ends of the die. The two charges were connected by

a strip of sheet explosive and initiated with a No. 8 electric detonator

at the center of the strip. This gave simultaneous charge initiation

and was adequate for accomplishing the underwater forming. The

elongated dome die before and after forming is shown in Figure 17.

Three domes were sectioned, and the specimen layouts are shown in

Figures 18, 19 and Z0, while strain data and mechanical properties

are listed in Table XIV.

The specimens were measured for thickness after being machined

from the dome and prior to laboratory testing. The value shown in

Table XIV represents the thickness at the center of the gage length.

In the conventionally strained specimens, maximum range of thick-

ness within a specimen was . 002-inch. For the explosively strained

specimens_ the maximum range of thickness was .020-inch.

The differences in the range of thickness variation between the speci-

mens taken from the conventionally formed domes and the explosively

27



formed domes reflect the frictional effects from the ram used in con-

ventional forming versus the virtually frictionless front which exists

between the shock pressure front and the material being formed.

The higher thickness values in the explosive formed specimens are

from areas further removed from the apex region; the lowest values

are located in the apex region. In conventional forming, the ram in

contact with the material restrains the material from stretching and

all the stretch and thinning occurs in areas other than in the flat

bottom.

This pattern has been observed in other forming procedures, where

maximum change in thickness (greatest thinning) occurred in the

region where the explosive pressures made first contact with the

material being formed.

Since thinning is a function of both longitudinal and transverse strain,

thickness measurements were recorded to furnish a comparison of

total strain. These measurements were taken because of loss of grid

pattern experienced in the explosive straining and to permit compari-

sons to be made between conventional and explosive straining on the

basis of thickness.

Microstructural specimens were cut from near the center and at the

edge of each'dome bottom. The edge specimens included material

which impacted against the bottom of the die and which free-formed

only. Hence, any effect of die impact on microstructure could be

_etected since strain is virtually the same in the adjoining impacted

and free-formed areas.

3.3. 1 Determination of Biaxial Explosive Strain Rate

To determine explosive strain rates in the elongated dome die, it was

not possible to use optical techniques. An electronic technique was

adopted using pin switches to close timing circuits as the test blank

was formed. Photogridding on the test blanks facilitated measurement

of strain after forming. Strain rate was determined for each incre-

ment between adjacent pairs of pin switches and, by determination of

total elapsed time required for forming, the average strain rate was

calculated. Velocity of the blank in the vertical direction at the

center of the dome was calculated from time and deflection data.
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The elongated dome die was adjusted to a 4-inch depth. Five (5) pin

switches were grouped near the center of the die at nominally 1-inch

height intervals. After mounting in the die, the height of each switch

was accurately measured. Each pin switch consisted of two No. 28

magnet wires cemented in a small glass tube. The wires protruded

0. 1-inch above the upper end of the tube and were scraped free of

insulation. Completion of the electric circuit through each switch

was dependent on the metal ..... ' ......... _-- the two ...... "1" "

Information was recorded by a polaroid camera attached to a Model

545 Tektronix oscilloscope, The first switch to be closed, which was

located just below the blank prior to forming, served to trigger the

o sc illo scope.

Strain rate data were obtained for one dome as shown in Table XV.

Measured strain at the center of the dome was 10 percent, and the

measured die depth was 3.950-inch. Time data were obtained from the

oscilloscope picture, Figure Zl. Full sweep was one millisecond. The

table shows measured time and deflection data and calculated values of

strain rate and blank velocity. Since the measured time intervals did not

include the total time for forming, a time-deflection curve, Figure 22,

was plotted and extrapolated over the total deflection to obtain total

time.

Since it is known that in dome forming, strain is approximately

proportional to the square of the deflection and since the deflection

varies approximately proportional to time, then it can be shown that:

Average strain rate =

Total strain (in/in)

Total time (sec.)

Since the strain, _, is proportional to the square of the deflection Z,

this relationship may be expressed as _ = GZ 2, where G is a

constant of proportionality which is defined by the known values of

maximum strain and deflection. Differentiating,

dE.
= 2CZ

dZ

Now strain rate,

_= dG = dG dZ = 2CZ dZ

dt dZ dt dt

Z9



or approximately ZCZ
ZiZ

gi t

The increments of deflection and time are obtained from the recorded

data. The deflection, Z, is taken at the midpoint of each correspond-

ing increment. The strain rate-time curve is also plotted in Figure Z2.

To better define the shape of the curve, the strain rate at maximum

deflection was determined graphically. The average strain rate is

also shown.

One observation should be made at this point. A comparison between

Figures 13 and 22 shows that the general mode of strain rate variation

is essentially the same in the two cases except that the rising and fall-

parts of the strain rate curve are somewhat straighter in the case of

uniaxial straining. For uniaxial straining, the peak appears slightly

sharper, which is a result of the larger masses to be accelerated and

decelerated, but the order of magnitude of the maximum and the

average strain rate is the same in the two cases. Uniaxial testing is,

therefore, from a dynamic standpoint, a good simulator for biaxial

testing.

3. 4 MECHANICAL PROPERTIES TESTS

3.4. 1 Standard Tensile Test

In determining mechanical properties by the standard tensile test,

some of the values for elastic modulus appear to be extremely low.

The values as obtained are presented, but no particular significance

should be attached to them. For a critical determination of modulus

of elasticity, it would be desirable to use a round test specimen and

to apply the load by a purely mechanical system rather than by a

hydro-mechanical system as employed in the tensile testing machine.

Accurate determination of reduction of area on flat tensile specimens

offers some difficulty, especially where fracture occurs on a diagonal

shear plane. Final area of all specimens was first calculated from

micrometer measurements. The titanium specimens were remeas-

ured in a tool maker's microscope, and the original and revised

reduction of area values are recorded in Tables VIII and IX.

3. 4. 2 Microhardness

A microhardness traverse was made on each "micro" specimen. The
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first reading was taken .003-inch from one edge, and additional read-

ings were taken at .010-inch increments. A typical microhardness

traverse is shown in Figure 23, The microhardness curves are very

flat which indicate that there were no edge effects due to uniaxial

straining. Therefore, the Knoop hardness value corresponding to the

average indentation measurement is reported in Tables V through IX.

3.4.3 Notch Sensitivity

Notch sensitivity was determined by the sharp edge-notch tensile test.

The standard specimen for this test is 1-inch wide in the gage length

and, while it may have been preferable to use this configuration from

the standpoint of obtaining standard data, limitations of the dynamic

test fixture dictated the use of a narrower gage width. The gage

width used was the same as the standard tensile specimen, . 500-inch,

and the notch dimensions are shown in Figure 7. This configuration

was designed for a stress-concentration factor, KT, of 10.

3. 5 OPTICAL MICROSCOPY

All "micro" specimens were mounted, polished, and etched for obser-

vation under the microscope to determine whether strain rate effects

are discernible in the microstructure at optical magnifications. Typi-

cal areas were photographed. Selected photomicrographs are included

in this report.

3. 6 ELECTRON MICROSCOPY

Electron microscopy examinations were performed on replicas made

of parlodian, shadowed with chrome and finished off with a carbon

deposit. This is a Z-stage replication since the parlodian is dissolved

with amyl-acetate leaving the chrome-carbon final replica.

The replicas were made from the same samples as those used for low

magnification examination. They were initially prepared as metallo.

graphic samples with a light etch.
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The electron microscope used is a Hitachi Model HS-6 instrument
o

wlth a 50 Kvp source and with a resolution capability of Z5A. The

total magnification obtainable is 250,000X with a limit of penetra-

tion by the electron beam of I00-300_-

3.7 X-RAY DIFFRACTION

Evaluation of possible atomic and molecular changes in materials can

be made with the use of X-ray diffraction techniques. Phase changes,

microstress levels_ local residual stressesm crystal orientation, etc.

may easily be detected from Debye-Scherer diffraction patterns. For

this reason, detailed X-ray diffraction studies were made on two of

the five materials investigated in this program. The 5456-0 aluminum,

both uniaxially strained and biaxially strained, and the 301 stainless

steel were selected for study.

A North American Phillips "Norelco" two diffractometer unit was used

to obtain the necessary diffraction patterns. Filtered copper radiation

at 50 Kvp-20ma was used for examining the aluminum while filtered

chromium radiation at 35 Kvp-llma Was used for the 301 stainless

steel. Diffraction traces were obtained from represerttative samples

of each material conventionally strained and explosively strained.

From these traces_ microstress hall-height width values were obtained.

Lattice parameters were obtained by point-slope methods. Residual

stresses were calculated from these parameters.

Quantitative measurements of austenite and martensite in the strained

301 stainless steel were performed using theoretical structural

factor "G" constants for analysis.

3.8 RESIDUAL STRESS STUDY

Of the several techniques which are available for measuring residual

stresses in formed material, two methods - the X_ray diffraction tech-

nique and the sectioning method - were considered in this program.

The X-ray method was rejected because space limitations in the instru-

ment would require that a small piece of material be cut from the part
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to be tested and the original stress configurations would be largely

lost by relaxation during cutting. Also, an X-ray investigation pro-

vides one component of one stress only, located at the surface. In

order to obtain the stress pattern and to locate and measure the peak

stresses, a large number of individual tests would be required.

The sectioning method was selected as uenlg economical, _^I-._.i^

and simple to apply. It provides in one continuous investigation the

complete pattertl of any desired stress component v_,,"CO'_p'_nPn_S,_.._......

including the size and location of peak values. When applying the

sectioning method, characteristic dimensions are selected, measured

and marked, and the piece is then sectioned in a manner to relieve

one or several stress components, and the sections are remeasured.

The dimensional changes provide the equations for finding the stress

components. All equations are elasticity equations and are usually

linear. Therefore, the solution to the equations present no major

difficulties.

For this study, a 6-inch diameter circular dome was explosively

formed in a free-forming die. The axial symmetry of the dome sug-

gests sectioning along circumferential and radial surfaces, performed

in two stages as illustrated in Figure 24. By the first stage of section-

ing, the meridional normal forces and associated shearing forces will

relax. These forces have significant radial resultants and their elimi-

nation causes a measurable change in the ring diameter.

Although the rings have not yet been sectioned, the peripheral normal

forces have also vanished at this time because an unloaded circular

ring cannot sustain any single normal force on its cross-section.

There are no shearing forces in a meridionalplane, neither before or

after sectioning because of symmetry in the part.

So far, the first stage has provided whatever information can be genera-

ted with respect to normal and shearing forces, and also to the meri-

dional bending moment. The peripheral bending moment is unaffected

by the first stage of sectioning, and is still present within the ring.

When the ring is cut open by radial sectioning (second stage), the peri-

pheral bending moment vanishes, the ring changes its curvature (but

not its peripheral length), and the two ends adjacent to the cut move a

measurable distance relative to each other, either separating or over-

lapping (assuming the vanishing moment was not equal to zero).
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The analysis requires a number of dimensional measurements, all of

which (except thickness measurements) were taken by means of a

coordinate cathetometer. The blank for the dome was photogridded

with a system of concentric circles and radii. The contour of the

formed dome was measured in two coordinates with the dome located

in an upright position in front of the instrument. Diameters before

and after sectioning were measured from the photogrid with the rings
mounted on a vertical fixture. The relative motions of the free ends

were measured in a similar setup. Measuring points for these opera-

tions were applied by a scriber prior to the second cut.

DISCUSSION OF RESULTS

4.1 GENERAL REMARKS ABOUT TEST PROCEDURES AND THEIR

EVALUATION

The test procedures employed can be classified as optical and numeri-

cal.

Optical test procedures included examination by optical and electron

microscopy. Adistinctive feature for this type of test procedure is

the provision of a visual record - a photograph, The principal differ-

ence lies in the magnification and therefore in the resolution possible.

It can generally be expected that electron microscopy may reveal

details not visible by optical microscopy.

Optical test procedures provide information about the microstructure

of the material. Simultaneously, some information may also be ob-

tained about the crystal lattice, or the molecular or atomic structure.

However, the crystal lattice or the atomic structure contains much

finer details than those which can be made visible by the two types of

microscopy.

The supplementary information required in a study of metallurgical

effects can be supplied by X-ray diffraction tests and by mechanical

te sting.
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X-ray diffraction tests provide information about the type of crystal

lattice and possible distortions thereof, the lattice parameter, the

presence of macro- and microstresses, certain cases of grain frag-

mentation, etc.

A special feature within the study of the metallic structure is the dis-
L_t_L_ the _*^--_locations. Dislocations are disturbances in the '- "-'-- on _,_ .... c

scale. They are invisible in the optical microscope and have only
v _.S.,._].e In .........recently, and in a few cases, been made -- 5,. ' the _l_re_-nn micro-

scope. However, they have been studied extensively by indirect

methods and have provided the explanation for many phases of metal

flow behavior.

Mechanical testing provides the numerical data for design of parts

and planning of manufacturing operations. Indirectly, they also pro-

vide information about the inner structure of the material, regardless

of whether it is the microstructure or the crystal lattice. Any change

in a physical property is caused by one or several changes in the

structure.

While the conventional presentations of the mechanical properties

serve the design activities, they tend to obscure the true physical

properties. In order to study these, it has been found necessary to

use a different presentation of the data, known as true strain and true

stress.

The introduction and application of the concepts of true strain and

true stress have disclosed important relationships in metal flow.

Many data presentations have been greatly simplified and clarified.

Specifically within the study of explosive forming, they have been

found extremely helpful in discovering the existence of unified funda-

mental trends in metal behavior, not previously discernible by means

of conventional data presentations.

The most important d_tta within this category are the true strain and

true stress at fracture.

The true fracture strain is a measure of the maximum deformation

which can be imposed upon the material. It is, therefore, an absol-

ute measure of its ductility.
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The true fracture stress is a measure of the actual maximum stress

which the material can sustain. It is, therefore, an absolute measure

of its strength. When compa_'ed to the stress at a physically well-

defined lower level, such as at the yield point, it becomes a measure

of the material's work-hardening properties.

Realizing these facts, the present program has attached particular

significance to the true fracture strain, in addition to the conventional

(engineering) strain data. In the evaluation of the tests, the true strain

and engineering strain respectively have been taken as the fundamental

unit, or 100 percent, and the various levels of applied prestrain were

selected as, and are expressed as, percentages of this value. The

justification of this procedure lies in the high degree of consistency

found in the experimental results when analyzed with the true strain

values.

Mechanical properties data for each test condition and test material

were extracted from Tables V through IX and are presented in tabular

and graphical form. The symbols used on the mechanical properties

charts are shown in Figure 25.

4. 1. 1 5456-0 Aluminum

4. 1. 1. 1 Microstructure

Samples of 5456-0 aluminum in the as-received condition and prestrained

to 40 and 75 percent, conventionally strained at 3 in/in/rain and at an

explosive strain rate, were examined microscopically at magnifications

150X, 500X and 2000X. Additional examinations were made at 25,000X

with the electron microscope.

The material has a very close texture which chould not be resolved at

150X magnification. Samples of photomicrographs at 500X and Z000X

are shown in Figures 26 and Z7 respectively, and two electron micro-

graphs are shown in Figure 28. Comparisons may be made of structures

observed in the as-received, uniaxial strained, and biaxial strained

material in these photographs.

All of the pictures show longitudinal lines, generated during the roiling

of the sheet, with a fine texture inside each grain consisting of a preci-

pitate phase, and large dark inclusions. The grain boundaries stand

36

I
I
I

I
I
I

I
I
I

I
I

t

I

I

I
I
I
I



I
I

I

I

I
I

I

I
I
I

I

I
I

I

I

I

I
I

I

out in more or less pronounced contrast, but this is a matter of etch-

ing only and shows no correlation with the strain or the strain rate.

The biaxially strained specimen shows no details not already encoun-

tered in the other specimens.

Two exposures, Figure 27, with Z000X magnifications, show the same

details in a larger scale with no additional features. Even the electron

micrographs, Figure g8, faii to show any details not already- * .... ; --"**-I U U.llU _1%' A L.II

the lower magnifications. The indication of a directional effect discern-

ible visibly in Figure Z8 B is ascribed to **-^ geometrical ..._1_+,,,,

between rolling direction and illumination direction. The common indi-

cations of internal deformation, slip lines and twins, are conspicuously

absent.

4. 1. 1.2 X-Ray Diffraction Analysis

Microstress levels in the uniaxial specimens increased during conven-

tional and explosive straining. The distortion was nearly twice as

great for the explosive mechanism than for the conventional. This was

also borne out in residual stress levels. The biaxially strained speci-

mens in general showed a higher microstress level than the uniaxial

specimens. The macrostress levels were also higher. In general,

all stresses were tensile in nature. No drastic differences appear to

exist between conventional and explosively strained samples as far as

structural changes or phase changes are observed. The material

appears to be rather insensitive to reaction.

Table XVI shows the compilation of data obtained from these specimens.

Table XVII shows the intensities of diffraction peaks obtained from the

eight biaxially strained specimens. The estimated accuracy in macro-

stress determinations is +_ 200 psi.

There appears to be an orientation change in the biaxially strained

specimens. Dome No. 1Z shows a change from conventional (111) to

(ZZ0) directions as the sample is transversed around the radius. Dome

No. 19 has no effect. Dome No. Z1 shows change from the (200) to the

(220) direction. This is undoubtedly due to the cold working patterns

similar to those developed in drawing operations.

4. 1. 1.3 Mechanical Properties

Prestrain and mechanical properties data are given in Table XVIII and

are plotted in Figures 29 and 30. From the graphical presentations,
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some general trends in the variation of the properties can be seen.

An increase in prestrain (in percent of fracture strain) generally

causes an increase in strength (yield, ultimate and notch) - less for

explosive strain rate than for the conventional strain rate. The elonga-

tion (engineering) drops sharply for both strain rates, but the reduction

of area shows an uneven trend. For the conventional strain rate, the

reduction in area drops sharply, similar to the elongation, but for the

explosive strain rate, the reduction in area first increases, then

decreases.

When the true strains and stresses are used and plotted against strain

rate, with an individual curve for each level of prestrain, the picture

changes and the trends appear with greater clarity. Fundamentally,

the effect is on ductility, or on true fracture strain, and on the gap

between yield and ultimate. From Figure 31, it is observed that the

true fracture strain at maximum or 100 percent true prestrain (i.e.,

the specimen being pulled to fracture in one operation at the appropriate

strain rate) increases monotonically with strain rate and rises sharply

when the explosive strain rate is approached. From a manufacturing

viewpoint, this should prove advantageous, as a strain applied at

explosive strain rate is more beneficial to the material than a strain

applied at a lower rate.

When a prestrain less than 100 percent is applied at an elevated strain

rate {3 in/in/rain or higher, up to and including explosively), the bene-

ficial effect is still present, although to a lesser extent. The amount of

prestrain is of importance. Apparently, an optimum prestrain exists

which cannot be accurately located except that it is somewhere at a level

higher than Z1 percent and below 100 percent.

The yield stress increases sharply at the lower strain rates and levels

off at approximately 3 in/in/rain. The true stress at fracture is near

constant up to 3 in/in/rain., but rises significantly from this value to

the explosive strain rate. The effect of prestrain is discernible, but

not strong. An increase in prestrain increases the yield but lowers the

fracture stress (ultimate). Thus, the gap between yield and ultimate

is increased at the explosive strain rate and is greater for the lower

prestrain. Compared to the increase in ductility (true fracture strain),

this increase is only moderate; at increased strain rates approaching

explosive strain rate values, the increase in work-hardening is less

than the increase in ductility.

Notch strength (see Figure 3Z) increases in nearly the same manner as

yield, but not nearly as fast, and remains nearly constant from 3 in/in/

rain to the explosive strain rate. Consequently, the ratio,N, drops

' y
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sharply below 3 in/in/rain and stays nearly constant for the remainder

of the range. It is significant that the notch strength does not increase

with the ultimate, and therefore the ratio ___N suffers a slight dip when

approaching the explosive strain rate. Y

t 1 •I. i. 4 Comments

Thc most important result of this analysis is that the material increases

its ductility sharply and work-hardens only slowly at the higher strain

rates. This is in good agreement with the statement made in the discus-

sion of the metallographic observations about the conspicuous absence of

visible indicators for work-hardening and with the near-constant

behavior of the notch strength.

These observations indicate that a mechanism must exist, on the crystal

lattice or atomic level, which is strain rate dependent and which results

in delayed work-hardening. Further discussion of such a mechanism

shall be postponed until all data have been presented and discussed.

4. 1. Z AISI 301 Stainless Steel

4. 1. Z. 1 Microstructure

Austenitic stainless steel is a material with a very photogenic micro-

structure. The grains have a characteristic polygonal shape, the grain

boundaries etch well, and when deformed, the grain surfaces show the

development of twins and slip lines in large quantities.

In the present program, the material has been investigated at two pre-

strains, at two strain rates, and at ambient temperature, as well as at

the cryogenic temperature -3Z0°F. All samples were examined under

the microscope and with the electron microscope. Characteristic

samples at 500X magnification are selected and shown in Figures 33

and 34. Characteristic electron micrographs are shown in Figures 35

through 38.

The material in the as-received condition is shown in Figure 33A. The

structure appears completelyaustenitic. This was also confirmed by

X-ray diffraction analysis. However, there are also some carbide

inclusions too sinai1 to appear in a 500X micrograph, but visible in the

electron micrographs, Figure 35. The number of the carbide inclusions
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can not be very large, because none are seen in any of the other
electron micrographs. The structure contains some annealing twins,
visible at 500X. One set of twins is also seen in Figure 35A.

The structure of the material after straining to nominal 75 percent
of fracture at the two strain rates and at ambient temperature are
shown in Figures 33 ]3 and 33 G. Since conditions other than strain
rates for these two samples are very nearly alike, a direct compari-
son is possible.

The grains are elongated, as compared to the as-received sample, and
a considerable number of slip planes have developed and are visible as
lines. Most grains show two families of slip planes, each one oriented
with respect to the direction of elongation at an angle somewhat less

than 45 ° . The angle relationship of the lines, as well as their number,

spacing, and distribution and any other parameter which can be evalua-

ted by opticalmetallography, appear to be identical in the two samples.

Electron micrographs of specimens strained to nominal 75 percent of

fracture strain at conventional and explosive strain cares are shown in

Figures 36Aand 36B respectively. Each picture shows a pattern of

intersecting slip lines. In Figure 36B, the one family of lines has

degenerated into a micro-slip, relative to the other line family. This

slight difference is, however, not considered significant. It should

also be noted that none of the electron micrographs show visible preci-

pitates or transformation products.

It is of interest to note that dislocations are visible in some of the

electron micrographs. In Figure 36B, slip lines are interrupted by a

screw dislocation, and Figure 36A shows an assembly of three edge

dislocations.

Structures of specimens prestrained at cryogenic temperatures are

shown in Figure 34. The most obvious difference from the structures

for prestrain at ambient temperature is that the lines within each family

have increased in number and the grain surfaces show a somewhat strong-

er relief. It appears as if areas bounded between slip lines stand out

as raised islands,indicating increased hardness in these areas. There is

no typical difference discernible visually between the structures produced

at the two strain rates.

The observation of areas of increased hardness indicates the possibility

of a martensite-type transformation. This is in accordance with X-ray

diffraction analysis, which has shown the presence of transformation

products containing iron in the alpha-phase.
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The electron rricrographs, Figures 37 and 38, show again the two

families of slip lines. The basic slip-line pattern is seen in Figure

38A. In Figures 37A and 37B, it is seen that slip lines do not neces-

sarily terminate at a solid obstruction (an inclusion or a carbide

grain), but continue with little or no change in direction beyond the

obstruction. A comparison with Figure 36A may indicate a slightly

more knobby surface texture. In Figure 38B is finally seen the

character of the grain boundaries, and the slip lines tend to fade away

as they approach grain boundaries. In no case are precipitates or

transformation products actually visible, neither in grain boundaries

nor in slip lines.

4. I. 2.2 X-Ray Diffraction Analysis

The measured and calculated data are listed in Table XIX. All speci-

mens showed considerable change in microstress levels. The data

for explosively strained specimens were constantly slightly less than

those for the conventionally strained specimens. The residual stress

levels were high and compressive in nature. The cryogenic explosively

strained specimen showed a drastic change in lattice parameter. This

is undoubtedly due to transformation rather than stress. The estimated

accuracy in macrostress determinations is + 4000 psi.

4. i. 2.3 Mechanical Properties

Prestrain and mechanical properties data are given in Tables XX and

XXI, and are plotted in Figures 39 through 42.

At ambient temperature, all three sets of strength data (yield, ultim-

ate and notch) are higher at the explosive strain rate than at the conven-

tional strain rate. At the cryogenic temperature, the situation is

reversed; the strength data at explosive strain rates are lower than

those obtained at conventional strain rates. (It is possible that an

exception should be taken to the value for notch strength at explosive

strain rate, highest prestrain ratio, and nominal -3Z0°F. The two

values available for the notch strength differ considerably from each

other, and it is not possible at this stage to determine which of the two

values is the more correct one).

Ductility data (elongation and reduction of area) are, without exception,

lower for explosive strain rates at ambient temperature. At cryogenic
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temperature, the situation is reversed for the elongation data which

now are higher for the explosive strain rates. However, the reversal

of trend is not extended to the reduction of area data which still show a

lower value for explosive strain rates, and particularly so at the

greater pre strain.

The ratios mN and __N show completely mixed trends. At ambient rera-

N Y N U
perature, __ and __ are higher at the explosive strain rate.

Y U

In an attempt to discover unified trends that lxJay exist, the data were

converted to the true strain-true stress basis and plotted over strain

rate in Figures 43 through 46. With these graphical presentations, the

trends now become much more unified within the material investigated.

Regardless of property, all curves show a strain rate effect, wholly

or partly increasing with increasing strain rate. For some cases, the

increase is monotonical from the lower end of the strain rate range to

the upper end; in other cases, the raise is concentrated over a sub-

interval within the entire range.

The sub-interval within which the essential raise takes place is in

almost all cases located at the lower end of the interval, from 0.005

in/in/rain to the vicinity of 3 in/in/rain while the variation over the

interval from 3 in/in/rain to explosive strain rate is slight. In some

cases, there is a decrease over said interval, resulting in a maximum

located in the vicinity of 3 in/in/rain.

This statement about strain rate effects, while essentially correct, is

insufficient to explain the observations. It appears necessary also to

consider the additional effects of factors other than just the strain rate,

namely prestrain and temperature at prestraining.

Two conclusions can be drawn about the effects of these factors. They

are:

a. The effects from the three factors are qualitatively addi-

tive, also with respect to sign.

b. There exists a ceiling for the combined effect.

With this general background, the curves, as found experimentally, can

now be explained more in detail. This explanation is given in the follow-

ing section.
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4. 1. Z. 4 Comments

AISI 301 stainless steel differs from the other test materials in that it

is highly susceptible to phase change, being austenitic.

From the curves for the mechanical properties, it is seen that the

ductility, yield and true ultimate increase sharply at a very moderate

increase in strain rate, reaching a maximum and then declining. This

would indicate that the delay in work-hardening, found for other

materials, is much less for this material - if not entirely absent.

Going to the cryogenic tests, it is seen that the increase in ductility

is much less; in fact, for 100 percent prestrain, there is a decrease

in ductility, while the yield and ultimate increase much more than at

ambient temperature, indicating a still stronger work-hardening effect.

The general trend found previously is obviously modified strongly here

by some other factor. This factor is the transformation from the

gamma- to the alpha-phase.

Confirmation of this statement was found in the results from the X-ray

diffraction tests. Conventionally strained material showed only a trace

of transformation products, while explosively strained material showed

an increase in the transformation products of approximately 30 percent.

This increase is sufficient to account for a considerable increase in

strength data.

It might be expected that the transformation products should be visible

in the microscope. They are not, but this is explained by the fact that

transformation products (ferrite, rrJartensite, or pseudo-martensite)

have the shape of platelets. If these platelets are formed in the slip

planes and are oriented parallel to these planes, then it is obvious that

their appearance is disguised by the general slip pattern.

A comparison between the microstructures for 75 percent prestrain

ratio at -3Z0°F with conventional as well as explosive strain rate (Figure

34) shows considerable similarity. The structures are largely marten-

sitic with transformation having been initiated at mechanical slip planes

rather than at grain boundaries (the normal nucleating points for trans-

formation as the result of conventional quench and temper heat treatment).

Extensive slip or twinning is shown with the same texture and orientation

as that encountered in the austenitic material strained at ambient tempera-

ture. It is therefore concluded that the initial strain was in the same

mode as that at ambient temperature. Subsequent transformation from

austenite to martensite apparently took place after substantial slip had
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occurred in the austenite, since it is not likely that slip would occur

in the martensite in a mixed martensitic-austenitic structure due to

the large difference in strength between the two constituents. Where

slip has taken place in two or three families of planes in a single grain,

the strong martensite appears as raised islands in the structure with

no evidence of internal slip inside the martensite. Thus, it would

appear that the strain took place in the austenitic matrix until trans-

formation occurred and locally reinforced the structure.

More martensite is present in the specimens subjected to explosive

straining than in those which were conventionally strained. This deter-

mination was made by X-ray diffraction tests and was found for speci-

mens strained at both ambient and cryogenic temperatures. The

internal adaption by which strain is accommodated by the structure

does not therefore appear to be different for the two types of strain

application. Consequently, the increase in austenite-martensite trans-

formation must be attributed to dynamic energy and stress relation-

ships rather than to an altered strain mechanism.

The following explanation is offered for the data observed. The trans-

formation of austenite to martensite involves a volume expansion, and

in conventional straining the intragranular movements may be thought

to be consecutive - that is, isolated movements consecutively consum-

ing planes of weakness. This movement, along one plane at a time,

does not alter the restraint to the transformation expansion, and thus

transformation is retarded. In contrast, at sufficiently high strain

rates, movement will occur along many planes at the same very short

interval of time and also along two or more families of planes simul-

taneously. Under these conditions, it could be expected that the

restraint preventing the transformation will be lost for a transient

instant, and transformation will occur.

The increase in strength in the material strained at cryogenic tempera-

tures was not found to be proportional to the amount of transformation

which was induced, and was less for the material strained at the con-

ventional rate. The measurement of the amount of transformation by

X-ray diffraction which was employed in this investigation did not

identify the transformation product, but the determination was made on

the relative proportions of face-centered cubic austenite and body-

centered cubic transformation products. These transformation prod-

ucts are often described as martensite, pseudo-martensite and ferrite-

martensite. Since they are produced by strain, the specimens have

high residual stress levels and consequently show line broadening in
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the X-ray diffraction traces, and line broadening could therefore not

be employed as a method of monitoring for changes in the nature of

the transformation products. This explanation provides a logical ac-

count for the inverse relationship between the amount of transformation

which was induced and the mechanical strength properties.

4. 1.3 17-7 PH Stainiess Steel

4. i. 3. I Microstructure

This material has been studied extensively under a number of different

combinations of conditions. It has been prestrained to 40 percent and

75 percent of fracture strain, at ambient temperature and at -320°F.

Strained specimens have been tested unaged and aged. This applies to

the ambient temperature prestraining as well as to the cryogenic pre-

straining.

A specimen from each test condition was carefully examined under the

microscope and photographed. A representative selection of the photo-

micrographs are shown in Figures 47 through 49. No electron micro-

scopy was performed.

As seen from the illustrations, the structure is characterized by some-

what elongated grains, generated by the rolling process. The rolling

direction is further accentuated by carbides, located in the grain bound-

aries and mostly in the longitudinal grain boundaries, with an appearance

like strings of pearls, and sometimes like continuous strings. Smaller

and medium size black spots are caused by the etchant. The large

grains show a directional texture oriented at 30 ° and 45 ° to the rolling

direction. This texture is exptained as an effect of surface flow caused

by the polishing operation.

The most minute inspection of the photographs, not only those repro-

duced in this report but all the photographs available, fails to disclose

any single feature that varies from specimen to specimen in such a

manner that it would indicate a strain rate effect. The slight difference

in the blackness of the grain boundaries is either an etching effect or

an effect of the photographic reproduction. The difference in the clear-

ness of the directional texture is an etching effect.

4. 1. 3.2 Mechanical Properties

Prestrain and mechanical properties data are given in Tables XXII
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through XXV, and are plotted in Figures 50 through 57.

In nearly all cases, the strength values are higher for the 3 in/in/rain

strain rate than for the explosive strain rate. One exception is the

ultimate strength at ambient temperature for unaged material, where

there is no appreciable difference between the two sets of values. For

specimens prestrained at ambient temperature, the strength values of

all three categories are higher after aging than for unaged specimens, and

the differences between values for conventionally strained and for explos-

ively strained specimens also tend to be higher generally for aged

specimens.

The data for specimens prestrained at the cryogenic temperature show

in broad terms a somewhat similar general picture, except for the fact

that the curves for all three strength categories shrink together; that is,

the difference between the values for 3 in/in/rain strain rate and for

explosive strain rate becomes very much smaller. This tendency

becomes still more pronounced for aged specimens; in fact, the notch

strength data for the two strain rates under these conditions could very

welt be connected by one single curve (see Figure 56).

The data for ductility - that is, for elongation and reduction of area -

follow at least qualitatively the trend found for aluminum in that these

values are higher for the explosive strain rate, but we do not find a

quantitative difference comparable to the one found for the reduction of

area of aluminum.

These remarks are valid for unaged specimens regardless of the pre-

straining temperature. A shift in the picture appears when the specimens

are aged. For prestraining at ambient temperature, the gap between the

curves begins to widen; in other words, the explosively prestrained

material exhibits a somewhat superior ductility compared to the material

prestrained at a lower strain rate. However, this effect is again drasti-

cally modified for specimens which are prestrained at cryogenic tempera-

ture and then aged (see Figure 57).

In this case, the superior ductility as evidenced by reduction of area

is found at the lower strain rate. The difference is appreciable. How-

ever, the other criterion for ductility, elongation, shows a change in

the opposite direction. Although the difference is small, the curve for

the elongation of explosively strained specimens is located higher than

the curve for specimens strained at 3 in/in/min.

46

I

I
I

I
I

I
I

I
I

I
I

I
I

I
I
I

I
I

I



I

I
I
I

I

I
I

I

I
I
I
I

I

I
I

I

I
I
I

In an attempt to discover more unified trends, the data were converted

to the true strain-true stress basis. The data are plotted over strain

rate in Figure 58 through 65. Of the two test conditions imposed on the

material, the cryogenic prestraining temperature and the application

of an aging treatment prior to mechanical testing, the cryogenic temper-

ature has the greatest effect on trends.

At ambient temperature, the ductility, as evidenced by true fracture

strain, increases very strongly with increase in the strain rate, at

least above 3 in/in/rain, and this is true for unaged as well as for aged

specimens (see Figures 58 and 60). The greater the prestrain, the

greater is the increase in ductility.

The yield strength increases strongly up to 3 in/in/min strain rate and

stays approximately constant from here to the explosive strain rate.

The true ultimate rises towards explosive strain rates, and somewhat

faster for the aged specimens. The rate of rise is quite moderate.

Yield as well as ultimate increases with increasing prestrain.

Notch strength increases rapidly at the lower strain rates (see Figures

59 and 61), and stays fairly constant beyond 3 in/in[rain and up to the

explosive strain rate. It varies significantly with prestrain. Notch

strength ratios are independent of strain rate with only a small effect

introduced by the prestrain.

At cryogenic temperatures, the most striking feature is a very rapid

increase in ductility (see Figures 62- and 64}, as evidenced by the true

fracture strain. This rise begins at the low strain rate of 0.005 in/in/

rain and has, for a true prestratn of 37-38 percent of maximum, appar-

ently reached its peak at or slightly beyond the strain rate of 3 in/in/rain.

At higher strain rates, it drops to almost the starting value. The drop

is, however, restored by aging.

The governing factor here is apparently a combination of prestrain

and strain rate. Within the available data, the most advantageous com-

bination (without the use of aging) is 38 percent prestrain at 3 in/in/rain

strain rate. A lower or a higher prestrain, as wellas a higher strain

rate, produces less ductility.

It is concluded from these observations that increased strain rate and

reduced prestraining temperature are equivalent factors - at least

qualitatively. It is further concluded that the beneficial effect {high ducti-

• lity} can be wholly or partly lost if the combined prestrain and strain rate
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exceeds a certain optimum value (here illustrated by 38 percent pre-

strain and 3 in]in]rain strain rate). It is finally concluded (see

Figure 64) that the loss by over-combining prestrain and strain rate

can be eliminated by subsequent aging.

The effect of strain rate on yield at cryogenic temperatures is quali-

tatively as at ambient temperature; quantitatively it is very much

higher. The effect is further increased by aging.

As to true ultimate, it appears at first sight (see Figure 62.) as if

there is no strain rate effect at all. This, however, is an illusion.

An effect exists, only it is still invisible; but when the material is

aged, then the inherent increase in ultimate becomes apparent and

is higher, the higher the prestrain.

Notch strength (see Figures 63 and 65) displays a significant increase

with increasing strain rate up to 3 in]in]rain, and the effect of prestrain

is significant. For aged materialprestrained at cryogenic temperature,

notch strength decreases with increased prestrain.

4. 1.3.3 Comments

Despite the various combinations of test conditions, it has been possible

to show that the material exhibits a rapid increase in ductility and a

slow increase in strength with increased strain rate. In other words,

there exists a delayed work-hardening effect.

Aging of specimens change the data quantitatively, but does not change

the trend qualitatively.

The application of a cryogenic prestraining temperature is equivalent

to a further increase in strain rate. A combination exists where the

total effects of the two factors on the ductility have reached a maximum,

and beyond this point the ductility decreases. The loss in ductility can

be restored by aging.

The combination of an elevated strain rate with a cryogenic prestrain-

ing temperature exercises a strong delaying effect on the work-

hardening. This delaying effect can, to a large extent, be eliminated

by subsequent aging.
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4. 1.4 6A1-4V Titanium Alloy

4. 1.4. 1 Microstructure

This alloy has a heterogeneous alpha-beta structure, and it is a common

observation that microstructural evidence of strain does not become

apparent tmtil large amounts of strain, i.e., 20 to 30 percent, have
been introduced.

In the present cases, the amounts of strain that could be introduced in

the uniaxial test specimens were limited by the occurrence of necking.

It was necessary to reduce the largest applied prestrain to nominal

60 percent of maximum at fracture for as-received material, and 50

percent for solution-treated material, corresponding to approximately

7 percent engineering strain. The next lower prestrain range was

selected at nominal 30 percent of maximum, corresponding to approx-

imately 3 percent engineering strain.

With the previous remark in mind, it is not surprising that low values

of strain were then not detectable by optical microscopy. No electron

microscopy nor X-ray diffraction tests were performed on these samples.

Examples of the photomicrographs obtained are shown in Figures 66 and

67. The only discernible difference in the material as-received and

strained or solution-treated, strained, and aged is a small amount of

grain elongation, which is due to strain rather than to strain rate.

4. 1.4.2 Mechanical Properties

Prestrain and mechanical properties data are given in Tables XXIV and

XXV, and are plotted in Figures 68 through 71.

Based on engineering data, all three stress values, yield, ultimate,

and notch, increase gradually with increased prestrain and with increased

strain rate. Ductility values are lower at increased prestrain, but the

elongation is practically unaffected by strain rate, while reduction of

area increases significantly at the explosive strain rate.

The variation pattern for the notch strength is very much like the pattern

for yield and ultimate. Therefore, the ratios N and N show very little

variation with strain rate, and only a slight Ydecre_-e with increased

pre strain.
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In the solution-treated condition, and aged after prestraining, the

material exhibits a marked change in behavior pattern. At the con-

ventional strain rate (3 in/in/rain), all three stress values remain

unchanged, but at the explosive strain rate, yield and ultimate

decrease with increased prestrain while notch strength shows a

slight increase. The ductility trends are practically unchanged,

i.e., the reduction of area is significantly increased at the explosive

strain rate while the elongation exhibits only negligible strain rate

effect - if anything, a slight decrease. Notch strength ratios are

pra ctically unaffected.

The true-stress-strain presentations are shown in Figures 72 through

75.

The as-received material shows a considerable increase in ductility

accompanied by a moderate increase in yield and ultimate. The gap

between yield and ultimate varies very little with increased strain

rate. These characteristics are the indicators for delayed work-

hardening. The notch strength and associated ratios vary only insigni-

ficantly with prestrain and strain rate.

The properties are strongly prestrain-sensitive. Best ductility is

obviously obtained by a moderate prestrain, located in the vicinity of

11 percent and definitely below 19 percent. The curves show an

apparent improvement for 100 percent prestrain at explosive strain

rate. It might, therefore, be expected to find an increase in ductility

at explosive strain rate for higher prestrains, located somewhere

between 19 percent and 100 percent. However, such prestrains could

not be applied experimentally. The limit for the applied prestrain

was imposed by necking of the specimens. Necking is not an unchange-

able material property, but is influenced by the geometry of the system.

In biaxially stressed systems, necking may be postponed. However,

in the case of titanium, it has been found that visible necking may occur

in dome forming, even at moderate deflections.

The solution-treated and aged specimens 9how similar trends to the

as-received specimens. Ductility increases rapidly at increased

strain rate, reaches a maximum at approximately 3 in/in/rain strain

rate and drops to a somewhat lower value at explosive strain rate.

Best ductility is found with moderate prestrain. Ultimate drops

sharply for increasing strain rates up to 3 in/in/rain, and increases

again to a still higher value at explosive strain rate. Yield is practi-

cally unaffected by strain rate. These variations are again evidence
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of delayed work-hardening. The delay is strong over the lower sub-

interval of the strain rate range, from 0.005 to 3 in/in/rain, but

gradually disappears at the higher values up to the explosive strain

rate.

4. 1.4.3 _"...... *"9UIIILIL_I£UO

No microstructura! change was visible and could not be expected at

the moderate prestrains applied.

As-received, as well as solution-treated and aged material, shows

evidence of delayed work-hardening. The delay effect is concentra-

ted over the lower end of the strain rate range, and the concentration

is more pronounced for solution-treated material.

The work-hardening delay (increase in ductility without corresponding

increase in the gap between yield and ultimate) is prestrain-sensitive.

Strongest effect is found at moderate prestrains, in the vicinity of

12 percent of maximum {on the true-strain basis).

4. 1. 5 13V-11Cr-3A1 Titanium Alloy

4. 1. 5. 1 Microstructure

In making the photomicrographs, dark-field illumination was used

which permitted better resolution than was possible with bright-field

illumination. Unstrained material in the as-received and the aged

condition is shown in Figure 76. Precipitate is clearly visible in the

as-received condition, but obscured by the grain texture in the aged

condition. Straining operations (see Figure 77) bring out an abundance

of slip lines, criss-crossingin several directions {slip line families}.

Aging after straining (see Figure 78) seems to increase the density

and contrast of the slip lines but, on the other hand, the precipitates

appear perhaps slightly reduced in numbers. These differences are

due to metallurgical factors - not to the applied strain and strain rate.

Any visible effect of strain rate should be observed by comparison

between Figure 77Aand 77B, and between Figure 78Aand 78B.

However, even the closest examination does not reveal any such

difference.
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4. 1. 5. Z Mechanical Properties

Prestrain and mechanical properties data are given in Tables XXVIII

and XXIX, and are plotted in Figures 79 through 82.

An examination of nearly all data for mechanical properties results in

the observation that this material is generally strain-rate insensitive,

at least within the strain-rate range investigated. This statement

applies, nearly equally, to either one of the two conditions tested

("as-received" and "as-received and aged").

One apparent exception is the notch strength (Figure 79) where the

values for explosive strain rates are considerably lower than for con-

ventional strain rates. However, the data points for the explosive

strain rate show an unusually large spread, and it is possible that the

apparent difference may disappear with a repetition of the tests.

The only other discernible strain rate effect is on the reduction of

area. This property seems to increase slightly at explosive strain

rates, and more for aged than for as-received material.

The effect of the other variable - the amount of applied prestrain - is

of some interest. The as-received material shows an increase in the

stress values (yield and ultimate) (see Figure 79) and a decrease in

elongation (with practically no variation in the reduction of area) at

increased prestrain; in other words, an increased brittleness which

is the normal behavior for a metal.

When aged (see Figures 81 and 8Z), the yield and ultimate stress

values decrease, and the reduction of area increases rapidly while

the elongation decreases slightly at increased prestrain indicating an

improved ductility, contrary to what is normally found in a strained

material.

The true stress-strain data are plotted in Figures 83 th_:ough 86.

The as-received material shows a very slight increase in ductility

accompanied by a slight increase in yield and ultimate with no

appreciable change in the relative magnitude of these properties. The

net effect of these observations is that the material is largely strain-

rate insensitive, also with respect to work-hardening. There is some

loss in notch strength and in the notch strength ratios hl and N .
Y --tY

The aged material shows a large increase in ductility (true strain at

fracture) over the interval from 0.005 to 3 in/in/min, accompanied
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by a moderate increase in ultimate and a slight decline in yield, indi-

cating the presence of delayed work-hardening. Variations are slight

on the remainder of the interval, up to the explosive strain rate, with

decreasing ductility, slightly increasing ultimate, and near constant

yield, indicating a slight increase in the work-hardening and slightly

increased brittleness. There is a decided decrease in notch strength

and in the notch strength ratios with increasing strain rate.

4. 1. 5.3 Comments

13V-11Cr-3A1 titanium alloy, in the as-received as well as in the aged

condition, is a strain-rate insensitive alloy. In the aged condition it

shows delayed work-hardening with increased ductility over the lower

end of the strain-rate interval (up to 3 in/in/rain} and a slight reversal

of this trend over the upper end of the interval up to the explosive

strain rates.

CONCLUSIONS

From a survey of all data generated for the following materials, in the

conditions indicated,

5456-0 Aluminum - prestrained at ambient temperature

AISI 301 Stainless Steel - prestrained at ambient temperature
and at -320°F

17-7PH Stainless Steel - without and with aging, prestrained

at ambient temperature and at -3Z0°F

6A1-4V Titanium Alloy - without and with solution treatment

and aging

13V-11Cr-3A1 Titanium Alloy - without and with aging

some general conclusions can be drawn with respect to the mechanism

of plastic metal deformation at high rates of flow (large strain rates)

together with an estimate of the area of application of such general con-

clusions with modifications as required for specific cases.

Strain rate effects are a reality and are evidenced by variations in the

mechanical properties. They are not visible by optical microscopy nor
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by electron microscopy with magnifications up to 30, O00X.

It is of particular interest to note that the visible characteristics of

microstructural damage caused by severe explosive loading and re-

ported in the literature are absent in specimens subjected to the much

lower loads normally associated with explosive forming.

The observed and measured changes in mechanical properties appear

in most cases as an increase in ductility, accompanied by an increase,

at a lower rate, in yield stress and true ultimate tensile stress, thus

indicating a delay in the work-hardening that is induced.

The measurable changes in mechanical properties are analogous to

the effects of the strain itself and of a lowering of the temperature dur-

ing straining for the two stainless steel materials investigated. The

effects of the three factors,

strain,

strain rate, and

temperature

appear to be qualitatively additive. However, there is an apparent

ceiling for these effects, separately as well as collectively, and the

material can be oversaturated with the combined strain, strain rate,

and temperature effects. In such cases, it has been found that various

mechanical properties reach their optimum values at intermediate

strain rates and decrease again when higher strain rates are applied.

The observations are explained as an effect of the strain rate on the

dislocations. High ductility is associated with the unobstructed motion

of existing dislocations and generation of additional dislocations.

Each of these phenomena absorbs energy. The application of strain at

a high rate provides instantaneously and simultaneously the necessary

energy input throughout the mass to cause dislocations to be generated

and to move in large numbers before too many obstructing slip planes

have been formed.

Modifications of the general mechanism occur when additional sources

of obstruction are introduced. Such additional obstacles may consist

of phase transformation products or precipitates. The amount of

obstruction presented by phase transformation products or precipitates

depend on their number, size, shape, strength and location. For

example, precipitates formed in grain boundaries have little effect,

because grain boundaries in themselves are obstructions to dislocation
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movements. Small precipitates, as formed in 17-7PH stainless steel,

also have a very small effect, as observed in the large increase in the

ductility of this material at increased strain rates. Conversely, plate-

lets of martensite, formed in large quantities across the interior of

the grains such as is the case with 301 stainless steel, present strong

and numerous obstacles to substantially reduce the normal strain rate

made by Williams {Ref. 46) and by Campbell and Duby {Ref. 52).

All observations indicate that there is no reason to expect microstructu-

ral injury to a metal from explosive forming within the strain rates

investigated. The only cause for concern may be from the discovery of

very high residual stresses as observed in low carbon steel. The high

peak values approaching 100,000 psi may make the material susceptible

to stress corrosion, and the wide distribution of the stresses may cause

warpage during one-sided chemical milling or other metal removal

operation.

RECOMMENDATIONS FOR CONTINUED WORK

a.

b.

el

do

e.

f.

go

In future work, less emphasis should be placed on optical micro-

scopy.

Since dislocations can be made visible by electron microscopy,

this technique should be applied to a study of the formation and

motion of dislocations at various strain rates.

True stress-strain data should be generated in all tensile test

procedures.

Microhardness traverses should be systematically employed.

For materials which do not show a "ceiling" within the range of

strain rates investigated, the test program should be expanded
to higher strain rates.

Biaxial tests should be continued with modified die configuration

to allow for efficient control of strain components.

Residual stress investigations should be continued. For various

materials, data should be generated for the prediction of stress

patterns as functions of forming depth. Means should be develop-
ed for reduction of the residual stresses.
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h0 A study should be made of the reaction of welds to deformation

with explosive strain rates.
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TABLE ]

CHEMICAL COMPOSITION OF AISI 301 SHEET

I

i

I
I

I
I
I

I
i

I Elements

Carbon

ManKanese

Silicon

Nickel

Chromium

Phosphorus .O21 O.O45 Max.

Sulphur .017 0.035 Max.

Heat No. QQ-S-766

44182 (!) S_-ecification Limits, %

.08 O.15 Max.

1.13 2.00 Max.

.54 1.oo Max.

8.R4 6.00 Min.

17.46 16.OO Min.

Molybdenum .14

Copper .20

I
I
I

!
I

Note, (i) Procured from Affiliated Metal Products,

Los Angeles, California.
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TABLE II

C'!EMICAL ANALYSIS OF 17-7PU STAI_ILESS STEEL SI[E_

I

I
I
I

Heat No. MIL-S-25OI_3-B

Elements _OIJ37 (]) Specification Limits

(_) (_)

CARBON .06 0.09 Max.

.... ,

MANGANESE .55 i.OO Max.

PHOSPHOROUS .Ol 5 O. 0_O Max.

SULPHUR .O12 0.030 Max.

SILICON .33 i.OO Max.

NICKEL 7.16 6.50 - 7.75

C_ROMIUM 17.17 16.00 - 18.00

L.

ALUMINIIM 1.2h 0.75 - 1.50

!

i

I
I

I
I

I

I

Note, (I) Procured from Affiliated Metal Products,

Los Angeles, California
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TABLE Ill

CITEMICAL ANALY'qIS OF 6AI-4V TITANITIM ALLOY SHE"F

- ANFEALED AND DESCALED -

i

Elements

CART ION

N ITRO GEN

ALUMINUM

IRON

OXYGEN

FP_DRO G_

VANADIUM

[I ._d.t. LWUo

]V3o274 (1)

.o32

A Me' 1,011

Specification Limits

(%)

0.i0 Max.

.009 O.05 Max.

6.15 5.50 - 6.75

.18 0.30 Max.

•13 0.].5 Max.

.004 O. 015 Max.

4.15 3.50 - 4.50

Note. (I) Procured from Republic Steel Corporation,

Cleveland, Ohio
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TABLE IV

CHEMICAL ANALYSIS OF 13V-llCr-3Al TITANIUM ALLOY SHEET

- SOLUTION-TREATED AND DESCALED -

Elements

Heat No.

3960201, (i)

(4)

AMS Draft h9AO

Speei ficati on Limits

(_)

CARBON .O34 O.I0 Max.

NITROGEN .O15 0.05 Max.

ALttMINI_ 2.95 2.50 - h.OO

IRON .38 0.35 Max.

OXYGEN .ii O.IO - O.17

CHROMIUM 11.50 IO.0 - 12.O

VANADI_ 13.40 12.5 - 14.5

HYDROGEN O. 02 Max.

Note: (I) Procured from Reoubllc Steel Corporation,

Cleveland, Ohio
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TABLEX

DETERM]MYrIO_,I OF EXPLOSIVE 3TRMN :IAT!':<_BY HIC_T-SPEED PH(_TnOr'IAPltY

kq^ g'_L_D T A T

5M;6-o

ALUMINUM

AISI 301

STAINLESS

STI<EL

17-7 }_!

s'rA T_II.,F,SS
S'YEEL

6AI-4V

T] TANIUM

6AI-4V

Sol. Tr.

13V-IICr-3AI

TITANIUM

t

SPECIMEN } STP_%IN

No }

el?

C20

C17

D21

D22

7E2

El9

14E2

F31

F29

FRAME RATE

r/tilt xlsee

.30 9

.30 12

.60

.63

.6o5

.65

.57

.16

.17

.07

.07

_.5

i0

12

10.5

12

8

9

12

KgAMES

To Frac +''--

--,18

-v 3h

50

<60

<60

_- 40

43

< 32

,',-,20

STRAIN RATE

in/in/sec

102

_1o5

_121

-_ 154

> 172

52.5

,v102

"_ 53.4

-_52.5

28

81
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TAB LE Xll

SHOULDER LENGTHS AND GAGE LENGTHS

FOR EXPLOSIVELY STRAINED

UNIAXIAL 5456-0 ALUMINUM SPECIMENS

{Values Plotted in Figure 12)

Specimen

No.

Original- All

Specimens

5B3N

5BZN

5BI

5B2

7B3

5BIN

B7

6B3N

6BI

6B3

6BZN

6BZ

6B5

BI3

BI0

B6

7B3N

B8

BII

BIZ

7B2N

5B3

6BIN

B9

¢: I_ ,.-,,, lr1 _ t-

Length

.., .(i"" )

3. 14

3.50

3. 5Z

3. 5Z

3. 54

3.55

3.56

3. 67

3. 67

3.71

3.71

3.70

3.72

Gage

Length

(in.)

2.00

2. Z6

2.27

2.27

z. g7

g.28

g. 31

2.38

Z.40

2.41

2.41

2.42

2.43

Condition

After Straining

Uniform elongation

.

3.

3.

3.

3.

3.

3.

3.

3.

3.

3.

3.

72

81

82

86
86

87
88

88

89
93

93

9Z

2.43

2.51

2.55

2.57

2.58

2.58

Z. 60

2.60

2.61

Z. 6Z

2. 63

Z. 64

Necked

Uniform elongation

Fracture
l

I
J

I

I

I
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TABLE XVIII

PRESTRAIN AND MECHANICAL PROPERTIES DATA

5456-0 ALUMINUM

{From Table V and Figures Z9 and 30)

Strain

Rate

0

GONV.

EXPL.

CONV.

EXPL.

Pre

Strain

0

10.

10.

9.
10.

16.

15.

16.

17.

13.

13.

13.

1-

19.

20.

Zl.

20.

5

5

5

5

0

5

0

0

5

5

5

0

0

5

0

0

10.5

16.0

13.5

Z0.0

Yield

Strength

ksi

ZZ.5

48.2

48. 5

53.1

5Z. 8

50.8

50.4

53. 1

54.4

STRENGTH

Ultimate

Strength

ksi

50.6

54.9

54.8

58.3

57. 9

56.5

56.3

57. 9

59.6

VALUES

48.3

53.1

50.6

53. 5

54.8

58.2

56.4

59.0

Elong -

ation

%

ZZ.Z

13.0

13.0

9.0

8.5

11.0

12.0

11.0

8.5

FROM

Red. of

Area

3Z.6

27.7

ZZ.4

17.8

18.1

31.9

36.1

26.7

36. Z

CURVES

Notch -Strength

Ratio

Y U

I. 75 .78

I. I0 .97

1.04 .95

1.07 .96

I. 07 .97

Notch

Strength

Ultimate

ksi

39.3

52.5

53.9

55.0

56.1

54.3

53.4

58.0

57. Z

53.2

55.3

54.0

57.3

I
l
I

I

I
I
I
I

I
I

I
I

I

I
I
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TABLE XX

PRESTRAIN AND MECHANICAL PROPERTIES DATA

301 STAINLESS STEEL

Prestrained at Ambient

(From Table VI and Figures 39 and 40)

Strain

Rate

0

CONV.

EXPL.

CONV.

EXPL.

Pre

Strain

%

0

Z3.0

Z2.0

21.5

ZI.5

45.0

45.0

45.0

44. 0

41.5

41.0

4O. 0

Z4. 0

2.5.0

Z5.5

24.5

42. 5

42. 5

41.5

44. 0

Yield

Strength

ksi

42. 6

96.0

97.8

123.9

IZ6.2

127.8

125. 5

123.0

101.9

109. 9

134.8

133.0

Ultimate

Strength

ksi

88. 6

109.0

110.4

129. 5

131.5

131.8

130. 0

127. 6

139. 5

139.6

Elong -

ation

%

61.2

31.0

30.5

19.0

19.0

18.0

17.5

20.5

14.0

14.0

Red. of

Area

%

55.0

52. 6

42.2

43. 3

41.8

46. 3

37.8

44. 3

47. 3

4Z. 5

43. 0

39.6

Notch-Strength

Ratio

Y U

1.82 0.88

Notch

Strength

Ultimate

ksi

77.6

117.4

119. 1

144. 0

144. 0

131.4

127.0

150. Z

155. 4

STRENGTH VALUES FRO M CURVES

Z5.0 I00.0 I12.5 1.23 1.09 123.0

40. 0 IZ0.0 126.0 I. 19 1. 14 143.0

Z5.0

40. 0

l. Zl

1.15

107.0

130.0

I. 07

I. 09

IZl. 0

137. 0

IZ9.0

150. 0

94
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Strain

Rate

0

CONV.

EXPL.

CONV.

EXPL. I

TABLE XXI

PRESTRAIN AND MECHANICAL PROPERTIES DATA

301 STAINLESS STEEL

Prestrained at -320 ° F

From Table VI and Figures 41 and 42

Pre

Strain

%

16.0

16.5

17.0

17.0

29.5

31.0

30.5

28.0

28.0

29.0

24.0

18.0

18.0

17.0

18.0

30.0

Z9.5

Z9.0

28.0

15.0

28.0

15.0

28.0

Yield

Strength

ksi

42.6

143. Z

145.6

Z30.5

231.5

226.4

226.3

135. Z

140.7

212; 6

210.5

137.0

221.0

121.0

200.0

Ultimate
Strength

I ksi

88.6

171.6

183.4

Z33.0

234. Z

238.6

227.8

226.8

169.5

171.0

Z14. 1

ZI0.9

STRENGTH

170.0

227.0

156.0

207.0

i Elong-ation

%

61. Z

14.5

13.0

Area

%

55.0

34.0

30.5

4.5 31.0

4.5 27.9

4.5 26. Z

4.5 32.3

4.5 30.8

14.0

14.0

4.0

3.5

29.9

27.9

19.0

I0.0

Notch -Strength
Ra£io

|

N N

Y U

I. 82 0.88

0.93 0.75

0.52 0.51

I. 0Z 0.79

0.60 0.58

CURVESVALUES FROM

I

Notch

Strength

Ultimate

ksi

77. 6

133.8

134. 8

130.2

139.5

128.5

134.4

143.8

91.6

127.0

115.0

123.0

120.0

I

I
95
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TAB LE XXII

PRESTRAIN AND MECHANICAL PROPERTIES DATA

17-7 PH STAINLESS STEEL

Prestrained at Ambient

(From Table VII and Figures 50 and 51)

I

!

|

!

II
Strain

Rate

CONV.

EXPL.

CONV.

EXPL.

Pre

Strain

%

13.0

13.5

13.0

13.5

25.5

25.5

25.0

24.5

24.0

23.0

21.5

22.0

45. 5

45.0

48.5

42.0

42.5

13.0

25.0

25.0

40.0

Yield

Strength

ksi

41.1

136.0

138.8

96.6

91.2

136.6

143. I

147. I

Ultimate

Strength

ksi

135.0

154. 1

150.8

157. Z

159.6

159.6

157.8

176.5

181.6

179.4

STRENGTH VALUES

10Z. 0

136.0

97.0

139. 0

152.0

158.0

165.0

175.0

Elong-

ation

29.5

18.0

18.0

13.5

14.0

16.5

16.5

16.0

14.0

13.5

Red. of

Area

%

45.2

37.6

41.4

40.4

36.6

41.3

39.7

37.6

40.7

39.0

FROM CURVES

Notch -Strength

Ratio

N N

Y U

1.95 0.60

I. Z5 0.84

l. Zl 1.04

1.34 0.79

1.29 0.95

96

Notch

Strength
Ultimate

ksi

80.4

125.6

128.6

165.6

163.6

123.2

IZZ. 2

176.5

165.4

127.0

165.0

130.0

166.0

i

I
I
I
I
I
I
I

i
I

I
I
I
!
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TAB LE XXIII

PRESTRAIN AND MECHANICAL PROPERTIES DATA

17-7 PH STAINLESS STEEL

Prestrained at Ambient and Aged

(From Table VII and Figures 52 and 53}

Strain

Rate

CONV.

EXPL.

Pre

Strain

%

13.0

13.5

13.0

13.0

26.0

26.5

24.5

Z4.5

22.5

21.5

21.0

22.0

40.5

40.5

42.0

42.0

Yield

Strength

ksi

127. 1

139.3

196.4

194.6

124.2

128.0

173.7

187.4

Ultimate

Strength

ksi

161.0

162.7

196.4

197.3

162.0

156.9

188.3

194.8

i Elong-ation

_0

22. 0

21.0

9.0

8.0

22. 5

21.0

13.0

8.0

Red. of iArea

34.5

31.4

27.9

28.9

35.9

33.5

34.8

32.9

Notch

Strength
Ultimate

ksi

125.2

132. 6

163.6

164.4

116.3

118.6

Notch -Strength

Ratio

N N

Y U

0.97 0.80

0.88 0.85

0.94 0.75

0.89 0.84

165. 1

163.4

STRENGTH VALUES FROM CURVES

CONV. 13.0 132.0 161.0 128.0

24.5 187.0 192.0 164.0

EXPL. 161.. 0

190.0

23.0

40.0

129.0

179.0

121.0

160.0

97
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TAB LE XXIV

PRESTRAIN AND MECHANICAL PROPERTIES DATA

17-7 PH STAINLESS STEEL

Prestrained at -320°F

(From Table VII and Figures 54 and 55)

I

I
I

!
Strain

Rate

Pre

Strain

Yield

Strength

Ultimate

Strength

Elong-

ation

Red. of

Area

% ksi ksi % %

0 0 41.1 135.0 29. 5 45. Z 80.4

CONV. 8.0

8.5

8.5

8.5

IZ. 0

12.5

II.0

II.0

IZ. 5

IZ. 5

12.5

13.0

18.0

18.0

19.0

19.0

8.0

11.0

EXPL.

157.5

150.4

216.0

Z19.1

175.1

176.7

240.5

240.9

CONV.

218.7

Z16.7

zzg. 4

233.9

222.0

222.5

247.3

246.4

STRENGTH VALUES

148.0

195.0

180.0

Z41.0

215.0

227.0

ZZ4. 0

247.0

EXPL.

10.5

I0.0

6.5

6.0

8.0

9.0

3.5

3.5

FROM

13.0

18.0

26.2

23.7

Z9.6

18.7

25.2

24.7

17.9

15.8

CURVES

Notch -Strength

Ratio

Y U

1.95 0.60

0.91 0.6Z

O. 75 O. 65

O. 79 O. 63

O. 56 O. 54

98

Notch

Strength

Ultimate

ksi

137.9

135.3

150.3

143.5

141.2

145.3

131.9

13Z. 8

134.0

147.0

142.0

134.0

!

I
I
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I
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I

I

I
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TAB LE XXV

PRESTRAIN AND MECHANICAL PROPERTIES DATA

17-7 PH STAINLESS STEEL

Prestrained at -320°F and Aged

(From Table VII and Figures 56 and 57)

Strain Pre

Rate Strain

%

CONV. 7. 5

9.0

9.0

9.0

11.5

11.5

10.0

11.0

YieldStrength

ksi

222. 5

221.8

272. I

269.5

EXPL. 12

12

13

•5 248.4

•5 243.7

.5

13.5

18.0

18.5

19.5

20.0

301.7

309. 0

STRENGTH

i UltimateStrength

ksi

260.0

256.0

276.2

281.3

277.4

271.9

313.3

314.4

VALUES

CONV.

EXPL.

Elong-

ation

%

8.5

9.5

5.0

5.0

3.5

8.5

2.5

3.0

FROM

Red. of

Area

%

12.2

16.3

20.2

18.5

4.8

20.2

13.3

15.5

CURVES

Notch -Strength

Ratio

N N

Y U

!

NotchStrength

Ultimate

ksi

112. 0

114. 5

119.6

87. 7

9.0

10.5

13.5

18.0

233.0

257. 0

257.0

302.0

263.0

273.0

282.0

312.0

0.49 0.43

0.40 0.37

0.37 0.34

0.28 0.28

92.9

98.2

89.6

76.5

113. 0

102. 0

96.0

86.0

99

i



Strain

TAB LE XXVI

PRESTRAIN AND MECHANICAL PROPERTIES DATA

6A1-4V TITANIUM

(From Table VIII and Figures 68 and 69)

Pre Yield Ultimate Elong- Red. of Notch-Strength Notch

I
I

!
I
I

Rate

0

CONV.

EXPL.

Strain

%

0

4.0

4.0

4.0

3.5

8.5

8.5

6.0

6.0

4.0

4.0

3.5

3.5

8.5

6.0

6.0

6.0

6.0

7.0

Strength

ksi

147.0

15Z. 7

157.7

171.4

171.5

161.7

164.5

170.4

164.8

167.7

Strength

ksi

152. 1

157.4

161. 6

173. 1

171. 5

164.8

164.9

171.2

165.4

167.9

ation

%

14.3

12.0

9.0

5.5

6.5

10.5

I0.0

7.5

8.5

8.5

Ar ea

%

31.8

33.4

28.3

Z6.5

25.4

36.0

34.5

29.2

32.0

3Z.0

Ratio

N

Y

1.05

N

U

1.01

Strength
Ultimate

ksi

153. 8

150.9

154. 6

159.0

159. 1

161.7

165. Z

164.3

156.6

163. Z

i

STRENGTH VALUES FROM CURVES

CONV. 3.0 153. Z 157.8 I. 00 0.97 15Z. 7

6.0 16Z. 4 165. 1 0.98 0.96 159.0
.,L

EXPL. 1.02

0.97

161.8

166.8

3.0

6.0

1.00

0.96

159.0

166. Z

162.0

160.7

I00

I

i

I

I
I
I
I

I

I
I

I
I
I



l

I
l

I
I
I
I
I

!
1
l

I

e

I

I

I

l
t

TAB LE XXVII

PRESTRAIN AND MECHANICAL PROPERTIES DATA

6A1-4V TITANIUM

Solution Treated, Prestrained, and Aged

(From Table VIII and Figures 70 and 71)

Strain

Rate

Pre

Strain

Yield

Strength

Ultimate

Strength

Elong-

ation

Red. of

Area

% ksi ksi % %

0 0 172.4 182.7 8.7 26, 0 140.7

CONV. 170.8

171.3

164.9

165. 1

Z.5

Z.5

2.5

2.5

2.5

180.9

182.6

176. 1

174.4

3.0

3.0

3.0

3.0

8.5

7.0

7.5

5.5

VALUES FROM

Z8.5

2Z. 3

36.3

21.9

CURVES

Notch

Strength
Ultimate

ksi

Notch-Strength
Ratio

N N

Y U

0.81 0.77

1

i

0.83 0.78

0.86 0.81

142.6

143. 3

138. 5

13Z. 8

15Z. 8

STRENGTH

CONV. 2.5 171.0 181.7 141. 5

EXPL. 3.0 165.0 175. Z 14Z. 8

101
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TAB LE XXVIII

PRESTRAIN AND MECHANICAL PROPERTIES DATA

13V- 11Cr-3A1 TITANIUM

(From Table IX and Figures 79 and 80)

I
I
I

i

I
Strain

Rate

CONV.

EXPL.

Pre

Strain

Yield

Strength

Ultimate

Strength

Elong-

ation

Red. of

Area

% ksi ksi % %

0 139.5 141.8 14.7 39. 6 169.4

157. 7

157. 3

3.5

3.5

3.5

3.5

157.7

157. 3

154.9

155, 6

3.0

3.0

4.0

3.5

8.5

10.5

154.9

155. 6

42.6

37.7

40.0

41.0

STRENGTH VALUES FROM CURVES

CONV. I. 5 147. Z 148.3

3.5 157. 5 157. 5

EXPL. I. 5 147. 5 148. 1

3.0 155.2 155. Z

Notch -Strength
Ratio

N N

Y U

1.22 1.20

Notch

Strength
Ultimate

ksi

176.3

172.8

141. 3

173. 1

1.16

1.11

I. II

I. 03

1.15

1.11

1.11

1. 03

171. 5

174. 5

164. 5

159.9
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TAB LE XXIX

PRESTRAIN AND MECHANICAL PROPERTIES DATA

13V-11Cr-3A1 TITANIUM

Prestrained and Aged

(From Table IX and Figures 81 and 8Z)

i

I

I

I
I
I

I

l,
I

I
l
I

I

Strain Pre

Rate c, --_

%

0 0

CONV. 3.5

3.5

3.0

4.0

EXPL. 3.0

3.0

4.0

3.5

1.5

3.0

1.5

3.0

CONV.

EXPL.

Yield

ksi

147.0

130.5

129.0

128.6

130.3

139.6

132.2

138. 1

129.5

Ultimate

ksi

154.3

136.2

133.8

138.3

138.6

STRENGTH

146.0

137.5

146.8

138.4

Elong-

t,.i.0 A.I.

%

7.5

4.5

4.3

4.5

4.5

VALUES FROM

Red. of

Area

%

13.1

32.9

32.3

31.1

32.8

CURVES

Notch -Strength

Ratio

Y U

I. I0 I. 05

O. 98 O. 94

O. 86 O. 83

O. 99 O. 94

O. 88 O. 8Z

Notch

Strength
Ultimate

ksi

161.4

112.3

114.6

102.3

101.2

137. 5

113.5

137. 5

113. 5

103
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FIGURE 1.

FIGURE 2.

2500X

EXPLOSIVELY LOADED 1020 STEEL SHOWING TWINS

CROSSING A GRAIN BOUNDARY WITHOUT DIRECTIONAL

CHANGE (AFTER EICHELBERGER, REF. 32)

235X

EXPLOSIVELY LOADED 1050 STEEL SHOWING TWINS

CROSSING BOUNDARIES BETWEEN FERRITE AND PEARLITE

GRAINS (AFTER TARDIFF, CLAISSE, AND CHOLLET,

REF. 33)
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FIGURE 3.

FIGURE 4.

_.x._'_yx ,, --
F_--- x%/_J,,,,,\,,"
I\\'/'--_ "K[<,.1__<-Z' N

F # ,_Y:,",,,'}
235X

COLUMBIUM SHOCKED AT 430 KILOBARS SHOWING TWINS

CROSSING GRAIN BOUNDARIES (AFTER DEITER, REF. 33)

500X

1020 STEEl', SHOCK LOADED BY DRIVER PLATE AT 183.5-

188.5 KILOBARS, SHOWING TWINS CROSSING GRAIN

BOUNDAR.IES (AFTER HALL ET AL. REF. 38)
J_

I05



F IGURE 5.

\

1ooox

EXPLOSIVELY LOADED HIGH NICKEL STEEL (UDIMET A)

SHOWING TWINS CROSSING GRAIN BOUNDARIES (AFTER

SILVERMAN ETAL, REF. 39)
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II

tl
I 6.250 _I

!

I

I
I
I
I

I

I

DIM A

,750 5q56-0 ALUMINUM

.750 301 S.5.

.600 301S.S. STRAINED AT - 320°F

.750 17-7PH S.S.

.560

{

MATERIAL

.750

.560 6 A! - q V TITANIUM SOLUTION
TREATED

.sqo 13V-llCr-3Al

.500 , ::.STANDARD FLAT TENSILE SPECIMEN

17-7PH S.S. STRAINED AT - 320°F

6 Ai - _ V TITANIUH

I

I

II F IGURE 6. SPECIMEN CONFIGURATION FOR UNI_XIAL STRAINING AND

STANDARD TENSILE TESTING

I
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NOTCH ROOT ROOT WIDTH I
RADI US .0015:t.0005

.350 ± .001

FIGURE 7. EDGE NOTCH TENSILE SPECIMEN
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SUPPORT
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_--SPECIMEN

NUT

PLATE

T:

EXPLOSIVE
CARDBOARD

RUBBER

PLATE

S'_OP

i I_1 _ "'"-ADJUSTABLE

! j_ I _ STOP
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FIGURE 8. DYNAMIC TEST FIXTURE
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F I G U R E  10. FASTAX F I L M  RECORD OF A I S 1  301 S T A I N L E S S  STEEL 
SPEC IMEN 7C1 STRA I NED TO FRACTURE. OBSCURAT I ON 
CAUSED BY DETONAT I ON PRODUCTS. 
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- F R A C T U E E  

FI GURE 11 . FASTAX F I LM RECORD OF 5456-0 ALUM1 NUW SPECIMEN 
7B3N EXPLOS I VELY STRA I NED TO FRACTURE. 
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4.00

3.90

3.80

3.70

ILl

U
Z

- 3.60

t--

3.50
w_

_J

o 340-r
ct}

3.30
/

/
/

/
)

I
O IDENTICAL POINTS

..... I ......... I ....

2.00 2.10 2.20 2.30 2.40 2.50 2.60 2.70

GAGE LENGTH, INCHES

FIGURE 12 SHOULDER LENGTH WS GAGE LENGTH FOR EXPLOSIVELY

STRAINED TENSILE SPECIMENS 5456-0 ALUMINUM.
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FIGURE 13. STRAIN-TIME RELATIONSHIP AND STRAIN RATE

VARIATION IN UNIAXIAL TESTING
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I

I HOLD DOWN RING o

0

BLANK

SQ.HD, BOLT

I 0

I BASE PLATE

i SPACER PLATES

I
I

I

FIGURE 14. ELONGATED DOME DIE
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BB BIB BI_,'BIB_B
4.o _.i 4E 4-Z_44-

SPECIMEN DIRECTION SPECIMEN

NO. TYPE

BB4 Micro

BB40 Trans. Tensile

BB41 Trans. Notch

BB4Z Trans. Tensile

BB43 Trans. Notch

BB44 Trans. Tensile

BB45 Long. Tensile

BB 46 Long. Tensile

Elongation is 2_/0to .2% longitudinal to the

rolling direction and 7% to 11% transverse

to the rolling direction.

FIGURE 15. LOCATIONS OF SPECIMENS TAKEN FROM

CONVENTIONALLY FORMED DOME NO. 4
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I
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I
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I
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I

I

I

I

I

I

SPECIMEN

NO.

DIRE C TION SPECIMEN

Ty I_,E

BB5

BB50

BB51

BBSZ

BB53

BB54

BB55

BB56

BB57

BB58

BB59

Trans,

Micro

Tensile

Notch

Tensile

Notch

Tensile

Notch

Tensile

Notch

Tensile

Notch

Elongation is 1% to -Z% longitudinal to

the rolling direction and 6% to 10%

transverse to the rolling direction.

FIGURE 16. LOCATIONS OF SPECIMENS TAKEN FROM

CONVENTIONALLY FORMED DOME NO. 5
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DOME NO. 21

FIGURE 18. LOCATIONS OF SPECIMENS

FORMED DOME NO. 21

°_
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SPECIMEN DIRECTION SPECIMEN

NO. TYPE

BB1 Trans. Tensile

BB2 Notch

BB3 Tensile

BB4 Notch

BB5 Tensile

BB6 Tensile

BB7 Notch

BB8 Tensile

BB9 Notch

BB10 Tensile

Elongation is 14% to 16% longitudinal to

the roiling direction and up to 10%

transverse to the rolling direction.

TAKEN FROM EXPLOSIVELY

I



DOME NO. 19

FIGURE 19. LOCATIONS OF SPECIMENS

FORMED DOME NO. 19
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SPECIMEN DIRECTION SPECIMEN

NO. TYPE

BB11 Trans. Tensile

BB12 Trans. Notch

BB13 Long. Notch

BB14 Long. Tensile

BB15 Long. Tensile

BB16 Long. Notch
BB17 Trans. Notch

BB18 Trans. Tensile

Elongation is 10% to 15% longitudinal to

the rolling direction. No elongation

transverse to the rolling direction could

be determined due to obscured grid

marks.

TAKEN FROM EXPLOSIVELY
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FIGURE 20.

I:_.0LL

DOME NO. 12

LOCATIONS OF SPECIMENS

FORMED DOME NO. 12
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SPECIMEN DIRECTION SPECIMEN

NO. TYPE

BB19 Trans. Notch

BB20 Trans. Tensile

BB21 Trans. Tensile

BB22 Trans. Tensile

BB23 Trans. Notch

BB24 Long. Tensile

BB25 Long. Tensile

Elongation is 16% to 34% longitudinal to

the rolling direction and 15% to 20%

transverse to the rolling direction.

TAKEN FROM EXPLOSIVELY

I



F IGURE 21. OSCILLOGRAM SHOWING PULSES GENERATED BY PIN

SWITCHES
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FIGURE 23. PHOTOMACROGRAPH OF MICROHARDNESS TRAVERSE -

6AI-4V TITANIUM - SPECIMEN lIE1
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5456-0 ALUMINUM STRAINED AT NOMINAL ROOM

TEMPERATURE

(A) AT 3 in/in/min TO NOMINAL 75% OF FRACTURE
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(B.) EXPLOSIVELY TO NOMINAL 75% OF FRACTURE
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KELLER'S ETCH

127

A



F I G U R E  27. 5456-0 ALUMINUM 
( A )  AS RECEIVED (UNSTRAINED)  
( B )  STRAINED EXPLOSIVELY AT NOMINAL ROOM 

TEMPERATURE TO NOMINAL 75% OF FRACTURE 
STRA I N 

K E L L E R '  S ETCH 
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F I G U R E  28. 5456-0 ALUMINUM STRAINED AT NOMINAL ROOM 
TEMPERATURE TO NOMINAL 75% OF FRACTURE S T R A I N  
( A )  AT 3 in/in/min 
( B )  EXPLOS I VELY KELLER I S ETCH 
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F I CURE 3 3 .  A I S  I 301 S T A I N L E S S  S T E E L  
( A )  AS RECEIVED (UNSTRAINED)  

( 9 )  STRAINED AT 3 i n / i n / r n i n  AT NOMINAL 
ROOM TEMPERATURE TO NOMINAL 75% OF 
FRACTURE S T R A I N  
STRAINED E X P L O S I V E L Y  AT NOMINAL ROOM 
TEMPERATURE TO NOMINAL 75% OF FRACTURE 
STRA 1 N 
ETCHANT: AMMONIUM PERSULFATE ( E L E C T R O L Y T I C )  

ETCHANT: 20% H F ,  50% "03 

(C) 
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-320°F TO NOMINAL 75% OF FRACTURE S T R A I N  
( A )  AT 3 i n / i n / r n i n  
( B )  EXPLOS 1 VELY 

ETCHANT: AMMONIUM PERSULFATE [ E L E C T R O L Y T I C )  
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F I G U R E  47. 17-7 PH S T A I N L E S S  STEEL 

( A )  AS RECEIVED (UNSTRAINED)  
( B )  STRAINED EXPLOSIVELY AT NOMINAL ROOM 

TEMPERATURE TO NOMINAL 7 5 %  OF FRACTURE 
STRA I N 

ETCHANT: 20% H F ,  5 0 %  "03 
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48. 17-7 PH STAINLESS STEEL STRAINED AT NOMINAL 
ROOM TEMPERATURE TO NOMINAL 75% OF FRACTURE 
STRA ! N 
( A )  AT 3 in / in / rn in  AND AGED 
( B )  EXPLOSIVELY AND AGED 

ETCHANT: 20% HF, 50% "03 
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FIGURE 49 - 17-7 PH STA I N L E S S  S T E E L  STRA I NED EXPLOS I VELY 
AT N O M I N A L  -320°F TO N O M I N A L  75% OF FRACTURE 
S T R A I N  AND AGED E T C H A N T :  ARMCO 
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50ux F I G U R E  66. 6AI-4V T ITANIUM ALLOY 
( A )  AS RECEIVED (UNSTRAINED) 
( B )  STRAINED AT 3 i n / i n / r n i n  AT NOMINAL ROOM 

TEMPERATURE TO NOMINAL 60% OF FRACTURE 
STRAIN 

TEMPERATURE TO NOMINAL 60% OF FRACTURE 
STRAIN KROLL 'S  ETCH 

( C )  STRAINED EXPLOSIVELY AT NOMINAL ROOM 
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F IGURE 67. 6 A I - 4 V  T I T A N I U M  ALLOY SOLUTION TREATED 
( A )  AND AGED (UNSTRAINED)  
( B )  STRAINED EXPLOSIVELY AT NOMINAL ROOM 

TEMPERATURE TO NOMINAL 40% OF FRACTURE 
S T R A I N  AND AGED 

K R O L L ' S  ETCH 
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D A R K - F I E L D  I L L U M I N A T I O N  250X 

FIGURE 76. 1 3 V - 1 1 C r - 3 A I  T I T A N I U M  ALLOY (UNSTRAINED)  
( A )  AS R E C E I V E D  
( B )  AS RECEIVED AND AGEG K R O L L ' S  ETCH 
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D A R K - F I E L D  I L L U M I N A T I O N  250X 

( e )  E X P L O S I V E L Y  
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D A d K - F I E L D  I L L U M I N A T I O N  250). 

FIGURE 78. 1 3 V - l l C r - 3 A I  T I T A N I U M  ALLOY :;TRAINED A T  
N O M I N A L  ROO! TEMPERATURE TO N O M I N A L  50% 
OF F R A C T U R E  S T R A I N  
( A )  AT 3 i n i i n / m i n  AND AGED 
( B )  E X P L O S I V E L Y  AND AGED K R O L L ' S  E T C H  
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LITERATURE SURVEY
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Strain Rate Application.
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APPENDIX A 1

DISCUSSION OF CLARK AND 'NOOD DATA RELATED

TO HIGH STRAIN RATE APPLICATION

Compiled and presented for quick reference from

Donald S. Clark: "The Influence of Impact Velocity

on The Tensile Characteristics of Some Aircraft

Metals and Alloys," NACA TECHNICAL N(YrES No. 8689

October 1942, and D. S. Clark and D. S. Wood: "The

Tensile Properties of Some Metals and Alloys,"

TRANSACTIONS OF THE A.S.M., Volume 42, 1950.

I . INTRODUCTION

Explosive forming has focused attention on the formability of mat-

erials at high strain rates.

Some observations indicate that various materials under forming

conditions involving high strain rates show greater formability than when

they are formed by conventional, low strain rate methods.

Explosive forming is now bein G increasingly applied for the forming

of materials which are considered difficult to form with conventional meth-

ods. Any gain in formability, resulting from an aoplication of a h_ gh

strain rate process, is therefore a highly desirable feature.

A search for data for clarification of this subject has been under-

taken, and some results are accumulated in this technical memorandum.

II. CHARACTER OF INFORMATION ON DYNAMIC LOADING

Most of the available research on effects of dynamic loading has

been dictated by the need of designers, and is consequently emphasizing

the changes, if any, in elastic limit, proportionality limit, yield

AI-I
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point, ultimate strength, and total energy absorption. Recent and pres-

ent research also attempt to provide a physical explanation for the

observed phenomena, and a mathematical a_lysis thereof.

Unlike other forming methods, the explosive forming process can

control the amo_nt of energy applied to the workpiece, practically without

upper limits, and the absolute values for the pertinent stress levels are,

therefore, in themselves of less significance to this process.

One fundamental problem with regard to explosive forming is posed by

the need for predicting amount of deformation which the material will endure

before fracture.

The type of data needed are those pertaining to elongation and red-

uotion of area at high strain rates.

Data for reduction of area has the great advantage of being indepen-

dent of an arbitrary gage length. They are also applicable to the con-

struction of true-stress-strain diagrams. They are, therefore, intrinsically

more valuable for the present purpose than elongation data.

A comprehensive collection of the desired type of data has been

fmmd in the following two publications:

a. Donald S. Clark: "The Influence of Impact Velocity on the

Tensile Characteristics of Some Aircraft Metals and Alloys," NACA TECHNICAL

NOTES No. 868, October 1942, briefly referred to as "D. S. Clark 1942".

b. D.S. Clark and D. S. Wood: "The Tensile Impact Properties

of Some Metals and Alloys," TRANSACTIONS OF THE A.S.M., Volume 42, 1950,

pp. 45-74, briefly referred to as "Clark and Wood 1950",

From these publications, static and dynamic data have been extracted

for the pertinent stresses, elongation and reduction of area, the impact

velocity applied, and, where available, the critical impact velocity.

The data are presented graphically in the Data Sheets of this

_morandu_1,
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The experimental data from "D. S. Clark 1942" do not exceed 150 ft.

per second impact velocity. The data from "Clark and Wood 1950" go up to

200 ft. per second. When the highest impact velocity listed in the Data

Sheets is below 150 or 200 ft. per second respectively, it means that this

velocity is identical with the critical velocity.

NOTE OF CAUTION: In some cases, with regard to the aluminum alloysj

the _rades and heat-treat conditions used by the investigators are not

mecessa_!y identical with the standardized grades and conditions cur-

rently available today. The author has, wherever possible, attempted

to list the nearest equivalent from today's standard grades and conditions.

The aluminum alloys tested have, generally, less elongation than their

nearest present day equivalents.

III. _ _DAMF_TAL THEORY

A. SOME DEFINITIONS

When a limited part of a body is forced to change its shape,

for example, by the application of an external force, it is said to be

strained.

The strain will first appear where the force is applied, but

it is not confined to this limited locality. It will spread over a greater

part of the body, and this process of spreading of the strain is called

strain _ropa_atlon.

Strain propagation is a process that requires time. We can

therefore speak of the strain propagation velocitz.

When a point, or a small portion of a body, is set into motion

instantaneously with a velocity Vl, then the condition is called impact

loadin G. As the velocity increases instantaneously from zero to Vl, then

the stress at the same point will change from zero to a value _I' and this

change will also take place instantaneously.

The strain ald stress can be in tension or in compression, or

in shear. Explosive forming is mostly concerned with tensile strains, at

AI-3
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least for the time being, and this memorandum deals exclusively with data

for tensile impact loading.

The available experimental data were determined for prismatic

rods of considerable, but finite length. They are, however, applicable

also %o other cases of strain and stress, Just as results from the static

tensile test are applicable to a variety of stress systems by proper modi-

fication.

B. ELASTIC STRAIN

For strains within the elastic limit, the propagation relation

was stated by Thomas Young in 1807.

The formula reads

v1
gl " -_-- (1)

or in words:

When the end of a long prismatic bar is suddenly set in motion

with a constant velocity Vl, then an elastic strain _i will be created and

will travel lengthwise through the bar as a strain wave with a propagation

velocity co.

A basic conclusion to be drawn from (I) is that the elastic

strain is proportional to the velocity by which it is generated.

follows:

A compatible set of dimensions for formula (i) may be as

E 1

vI

C
0

inches per inch ( inch_inch

feet per sec°nd ( feet_sec.

feet per second (feet--I
% sec. I

The propagation Velocity c
0

is given by the formula

(2)
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where E

material.

follows:

is the modulus of elasticity and p is the mass density of the

A compatible set of dimensions for formula (2) may be as

C
O

P

inches per second (inchs-_./

pounds per square inch ibs.

pounds-second 2 per inch 4 (ibs. sec. 2
inch 3 inch /

I

I
I

I

NOTE OF CAUTION: The d_mensions quoted for E and _ for use

in (2) are those most commonly used. They result in the dimension inches

per second for c .
O

If c o is determined in this manner, its value must be divided

by 12 in order to _ive it in feet per second, which is the most commonly

used dimension for velocities of the type discussed here. Impact velocity

data listed in this appendix are given in feet per second.

C. PLASTIC STRAIN

I
I

I
I

It follows from (2) that _i may exceed the elastic range if

vI becomes large enough, in absolute measure as well as in relation to c .
O

If and when this happens, (1) and (2) are not valid anymore.

Theodore yon K_rm_n has shown that the propagation velocity c

of a plastic strain, and the relation between a plastic strain E 1 and the

impact velocity vI by which it is generated, can be calculated when the

stress-strain curve is known.

A stress-strain curve, for a material is shown in Figure i.

i A is an arbitrary point beyond the elastic range. The strain _i in A is
a plastic strain. The slope of the tangent to the curve in A is d O"

d_

I

I
AI-5
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The relation between an impact velocity vI and the plastic strain _ I

which it _,ensratesj _s _ven by

vI = _ d_ (3)

be as follows.

and the prooagatton velocity c of this particular plastic strain is given •

by : d_

A compatible set of dimensions for formulae (3) and (4) may i

I

(ibs.) |cr pounds per square inch
inch 2''

inches per inch (inchl

Ibs. sec 2

p°unds'see°nd2 per Inch4 (:inch3 ine'h )

hence*

v and c
inch 1inches per second sec.]

Several important conclusions can be drawn from (3) and (4),

It is seen from (4) that the strain propagation velocity c is

now associated with the slope dO" of the tangent to the stress-straln
d6

curve,

Within the elastic range we have

E = __dO" (5)
dE

I

I
I

I
I

I
I
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I When (5) is substituted into (h), we get

I and when (5) and (4) are substituted into (3), we get

I L,_'I |_ fEl [61

_o
I Jo_p Jo

I
I
I

I
I

I
I

I

I

I

dE - Co61

This shows that (5) applied to (3) and (4) brings us back to

(1) and (2).

The conclusion is therefore that (3) and (|I) are actually

generalizations of (I) and (2), and not merely supplementary to them, or in

other words, (3) and (4) are valid over the whole range of elastic and

plastic strain, while (i) and (2) are contained in (3) and (4) and represent

special modifications of them, which are valid only within the elastic range.

From (3) it is concluded that the plastic strain _i increases

with increasing impact velocity Vl, as in the case of elastic strain, with

the difference, however, that there is no direct proportionality.

It is further concluded, from (4), that the variation of the
d_

propagation velocity c follows the variation of the _-. A glance at a
dG

stress-strain diagram, such as the one illustrated in Figure i, shows that --
dO" d6

is decreasing with increasing _, and that _- reaches the value zero at point

B, correspondin_ to the ultimate strength. From this cbservation, it follows:

a. that a plastic strain propagates slower than an elastic

strain.

b. that larger plastic strains propagate slower than smaller

plastic strains, and, finally

c. that the plastic strain propagation velocity may become

zeI'0,

I AI-7
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The zero value for c is reached at the point of ultimate

stress; the strain at this point is designated

velocity v is calculated from
m

!

!

!
_'m" The corresponding impact

v - d6 (6) I

!
and is known as th___eecritical impact velocity.

THE CRITICAL VELOCITY CAN BE VISUALIZED AS THE IMPACT VELOCITY,

AT WHICH THE PLASTIC STRAIN DOES NOT PROPAGATE ALONG THE ROD. CONSEQU_TLY,

SINCE THE STRAIN IS TENSILE, THE R0D MUST BREAK INSTANTANEOUSLY AT THE POINT

OF IMPACT.

The yon K_rm_n theory, as first published* is based on the

simplifyin_ approximations that the static and the dynamic stress-strain

curves are identical. Expressed in a different wording, this means that

the shape of the stress-straln curve does not depend on the strain rate.

There can, however, be no doubt that a strain rate effect exists in a great

many cases,

Another limitation, also set forth in the original publication_

is that the theory is not fully valid for materials with a definite yield

point. The stress-strain curves for such materials have a region where the

curve is not concave towards the strain axis, and this fact, or rather the

discontinuity imposed by the yielding mechanism, is not taken into account

by the original theory.

Apart from these limitations, the experimental investigations

have shown an unusually satisfactory agreement between theory and test

results, in spite of approximations and experimental difficulties.

I

Theodore yon KIrm_n and Pol Duwez, "The Propagation of Plastic Deforma-

tion in Solids", Journal of Applied Physics , Vol. 21, Oct. 1950,
PP. 987-994.
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IV. EXPERIMENTAL PROCE[_IRE

The data listed in this memorandum are based on tensile tests with

round test coupons. The dimensions of the test coupons are shown in

Figures (2) to (5).

For the testing, one end of a coupon was held in a dynamometer,

while the other end was exposed to an impact of" constant velocity. The

constancy of the impact velocity was secured by the large mass of the fly-

wheel in the impact testing machine. The response of the dynamometer was

amplified and recorded by means of a cathode-ray oscilloscope and camera.

The force-time diagrams for the dynamometer end obtained in this

manner are not entirely identical with the force-time diagrams that rep-

resent the conditions at the impact end of the test specimen. The dyna-

mometer load is delayed in relation to the impact load because the load

is transferred by a wave action. The dynamometer reading may also be

affected by one or several wave reflections. These modifying factors de-

pend on the properties of the material tested. The determining parameter

was found to be the ratio of the static elastic limit to the static ulti-

mate strength.

Three different types of diagrams were obtained. With a very low

r_'io parameter, between 0 and 0.25, the diagrams would be of the type

shown in Figure 6. When the ratio parameter is medium, that is, between

approximately 0.25 and 0.6, the diagram takes the shape shown in Figure 7.

When finally the ratio psrameter is large, between 0.6 and 1.O, the diagrams

will look like Figure 8.

In each of the three cases, corrections can be made for the modi-

fications caused by the wave transmission,and the final data for the

dynamic stresses occurring at the impact end can be calculated far each

impact velocity tested. Elongations and area reductions were measured

directly from the broken test coupons in the conventional manner.

When the final data are plotted over impact velocity, the resulting

graphs can, by their characteristic appearance, be grouped into three

classifications.

AI-9
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V. DYNAMIC CLASSIFICATION OF MATERIALS

The various mterials tested differ widely in their dynamic res-

ponse to impact loading.

The critical velocity varies from 50 ft, per second (measured for

cold-rolled copper) to 490 ft. per second (calculated for Stainless Steel

302, as-received).

The decrease in elongation and reduction of area above the critical

velocity may be gradual and continuous, as shown in Figures 9 and ii, or it

may appear as a sudden drop, as shown in Figure i0. The most important

feature is the pattern of variation of elongation over the velocity range

from zero (static testing) up to the critical velocity. The curves for

area reduction are very similar to the curves for elongation. For each of

the three classes, the curve defined a practical dynamic elongation.

All the materials tested can be divided into three classes, accord-

ing to whether they show constant, increasing, or scattered dynamic elonga-

tion.

A. CLASS I - CONSTANT DYNAMIC ELONGATION

Examples of this pattern are shown in Figures 9 and i0. The

elongation is constant over the dynamic range up to the critical velocityp

where it starts to decrease, either gradually or suddenly.

The practical critical velocity is the one where the elonga-

tion begins to decrease.

The practical dynamic elongation is taken as the constant

value over the dynamic range.

It should be noted that the velocity data are not converted

to strain rate data. In tests of this type, the strain rate varies non-

uniformly over the length of the test specimen. The determination of

strain rate data requires tests of an entirely different character.

AI-IO
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B. CLASS 2 - INCREASING DYNAMIC ELONGATION

This oattern is shown in Figure II. The elongation

increases progressively with impact velocity up to a maximum. This maxi-

mum corresponds to the critical velocity. Beyond this maximum, the elonga-

tion decreases gradually.

The practical dynamic elongation is taken as the maximum

value.

C. CLASS 3 - SCATTERED DYNAMIC ELONGATION

An example of this pattern is shown in Figure 12. In the

example, the critical velocity is above the highest tested velocity of

200 feet per second and does not a_ear in the graph. The calculated

critical velocity is 226 feet per second.

The elongation shows a moderate_ and somewhat scattered_ varia-

tion over the dynamic range. The variation is too great for the material

to come in Class i, and it is not regular enough to bring it into Class 2.

The _actical dynamic elongation is taken as the average value

over the dynamic range.

VI. GFNERAL CONCLUSIONS AND TRENDS

A. ULTIMATE STRENGTH

The general rule is that the ultimate strength is higher under

impact load than under static load. The rule is not quite exclusive. Out

of eighty-one (81), seventy-three (73) followed the nile, while eight (8)

only showed a different behavior.

The eiEht exceptions are:

Clark 1942:

Dowmetal Jj extruded

Steel, SAE X4130, QT to 30 RC

Steelj SAE Xhl30, QT to 37

U.T.S. psi

Static

44,5oo

187,5oo

210,OOO

D_ns_ic

-o6%

-19%

-18%

AI-II



Clark 1942: (Cont..)

Stainless Steel M286, QT at 9OO°F

Steel, 6140, QT to 35

U.T.S. psi

Static D_namic

215,O00 -21%

190,0OO -3.6%

Clark & Wood 1950:

Steel, SAE 1095, QT at 900°F

Steel, NE 9445, aust'd to 52 RC

Steel, NE 9445, QT to 52

176,5OO -3%

282,100 -6%

275,000 -1%

The Dowmetal is an extruded grade. All other light alloys,

inclnd_ng seven magnesium samples, showed a gain in ultimate tensile

stress under imoact load.

The common feature for the steels listed is that they are

treated to conditions of high strength. However, other high-strength

steels have been found with equally high strength properties, which show

higher ultimate strength under dynamic load than under static load.

It does not appear Justified to draw general conclusions from

these eight observations. It appears most likely that they represent a

few exceptions from the general rule, which is that dynamic ultimate

strength is higher than static ultimate strength.

B. DEFORMATION (ELONGATION AND REDUCTION OF AREA)

The dominating rule is that the dMnamic deformation is

greater than the static deformation, and it makes no significant differ-

ence whether the deformation is defined by elongation or by reduction of

area. The rule is somewhat less exclusive than the corresponding result

found for ultimate tensile stress.

Out of eighty-one (81) cases, sixty-eight (68) cases showed

greater dynamic deformation (up to 260% over the static value, observed

for Zamac), and 13 cases showed less dynamic deformation (to 89% below

AI-12

I

i
I

I
I

I
I

I
I

I
I
I

I

I
I

I
I

I
I



the static value, for Dow 0). The 13 exceptions are:

Clark 1942:

Dowmetal M Elongation static 14.02

SAE 1020, hot rolled " " 34.2

SAE X4130, annealed " " 33.9

St_in!ess M286_ QT at 90n°F " " 21.O

Stainless 303, as-recelved " " 70.8

dynamic 5.3%

" 30.4%

" 27 •8%

" 17.5%

" 52.5%

Clark & Wood 1950:

Ingot iron

SAE 1015, annealed

SAE 1045, spheroidized

SAE 1095, high annealed

Stainless 302, as-received

Dowmetal M

Dowmetal Mx

DowO

Elongation static 25.7 dynamic 16.2%

Reduction static 69.0 dynamic 63.0%

Elongation static 23.6 dynamic 21.7%

Reduction static 23.0 dynamic 19.O%

Elongation static 58.5 dynamic 46.6%

" " 6.0 " i.1%

" " ii. 5 " 7 •0%

'" " 3.8 " 0.4%

These exceptions form a fairly clear picture. It appears that

within the range cf metals investigated, only the magnesium alloys and the

high ductile ferrous mterlals are adversely affected by dynamic loading.

For the magnesium alloys, the loss in ductility is severe; for the ductile

steels the loss is moderate.

C. YIELD STRENGTH

Data for yield strength are only available from "D. S. Clark

1942" and cover 21 cases, comprising carbon steels up to SAE 1035, alloy

steels (including stainless steels) in various heat-treat conditions, alumi-

num, magnesium alloys (Dowmetal)j copper and copper alloys.

In every case without exceptions, the dynamic yield strength

is hi_her than the static yield strength. The gain ranges from 1.1% (for

SAE 4130 steel, quenched and tempered to 37 _, ultimate tensile strength

AI-13



210,0OOpsi) andup to 216_ (for SAE1020steel, hot rolled).

D. ENERGYAPASORPTION

The dominating rule is that the energy absorption in dynamic
deformation _s greater than in static deformation.

Only eight (8) casesdo not follow the rule. They are:

Clark 1942: D_namic Energy Absorption

Ingot iron, annealed

SAE_I30, annealed

Stainless M286, QT at 700°F

Stainless M286, QT at 900°F

Dowmetal M

down 39%

down 3.9%

down 9.2%

down 40%

down 4i_

Clark & Wood 1950:

SAE 1095, spheroidized

Stainless 302, as-received

Dowmetal Mx

down 5%

down 3%

down 8%

The data indicates a confirmation of the previously found

trend, namely that a few highly ductile materials lose some ductility

under dynamic loading conditions.
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Figure AI-I Conventional Stress - Strain Diagram°

I

I Figure A1-2 Tensile Test Specimen. D. S. Clark 1942.
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Figures AI-3 - AI-5

I--

Tensile Test Specimens. Clark and Wood 1950.



Lowratio parameter.AnnealedCopper.

3_

2_0

/dO

0 I I
0 0.2 0.4. _!_ o

Medium ratio parameter.Austempered steel S1'_, 2345.

IEO

Ioo

50

0

Large ratio para_ter.Cold rolled steel S/'_ 1020.

Figures AI-6 - AI-8 _ecorded,Stress Time Diagrams.
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!
0 ._

0

Class I.

!lOB

ShE 1015 Steel, annealed.

/o

0

Class i.

I00 '_00

SAE 1045 Steel, quenched at 15OO °, spheroidized at 1300_

/5

/o

5

O
0

Class 2..

o/ \,o,,/o

.to \

/°

/00

SAE 1022 Steel, cold rolled.
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o

_ IoIo _" _ "-'-0 0

0
0

Class 3. SAE 2345 Steel, quenched and tempered to 52 Rc.
a

Figures AI-9 - AI-12 Elongation vs. Velocity Curves..
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STATIC AUD i]_b\i']C D}.;!.O_!I\T[¢!] IU 'L'!2;i-L?] Til]IING

C;RE)U A_,_I) LC,,i ALLOY S f][_]lf_

Cf_RBOI,! STEELS

SAE 1112
S

• FREE CUTT'G 53*

COLD DRAWN 155

SAE 1020

S
40_A, AVm.

HOT ROLLED 90

15o

SAE 1035

FULLY ANN'D

LOW ALLOY STEELS

S

150

s_ xk13o
S

ANN'D, 45R A A_R. 150

QUID & TEMP'D S

28Rc 15o

QU'D & TEMP'D S

3OR C 150

QU'D & T_P'D S

37R C 150

SAE 6140

QU'D & TE_P'D S

3_ c 15o

ELONGATION IN ONE INCH. ['@]DUCTION OF AREA

After D. S. Clark 1942 *Impact Velocity Feet/Second

DATA SHELF NO. I of ii

1DO



STATIC AND DYNAMIC DEFO_4ATION IN TENSILE TESTING

S_IN_SS S_E_

M 286
S

QU'D & _EMPID

1200°F 107-

QU'D & TEMPtD S

9OO°F 105

QU'_ & TEMP'D S
700-F 127

3o_1
AS REC'D S

82R B AVER. 15
15o

ELONGATION IN ONE INCH. REDUCTION OF AREA

After D. S. Clark 1942 *Impact Velocity Feet/Second

DATA SHEET NO. 2 of II

I

I
I
I

I
I

I
I
I

I
I

I
I

I

I
I
I

I
I



I

i

I

I

I

I

I

I

I

l

I

I

I

I

I

I

I

I

STATIC AND VfNAMIC DEFO_L_TION IN TENSILE TESTING

C OPt_ER I_TJ:IRIALS

COPPER(p_)

79R F AVER.

MAC III_WT_Y mASS

.71R B AVER.

SILICON BRONZE

S

6O*

9o

15o

S

90-120

15o

S

76 R B AVER.
IOO

15o

ELONGATION IN ONI INCH.

t?
REDUCTION OF AREA %

After D. S. Clark 1942 *Impact Velocity Feet/Second

DATA SHEET NO. 3 of ii
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STATIC AND DYNAMIC DEFORMATION IN TENSILE TESTING

AL[_INUM 2S

1/2 Hard

(Equiv. 1100-.16)

ALUMINUM 17S-T
l

59 _ Aver.

(Equiv. 2017-T4)

AU_INUM 24S-T

(Equiv. 2024-T3)

MAGNESIUM ALLOYS

E_TRUDED

DOW J

'-_lver.

DOWX

58RFAver.

DOWM

ALUMINUM AND MAGNESIUM MATERIALS

ELONGATION IN ONE INCH. REDUCTION OF AREA %

I 2 _ _ 60 8o loc

_5°J.-- ' Iii.I i-,i_ |

15o

120

S

15o

15o

After D. S. Clark 1942 *Impact Velocity Feet/Second

DATA S}_T NO. 4 of 11
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I

I

!
SAE 1022

COLD ROLLED

STATIC AND DYNAHIC DEFORMATION IN TENSILE TESTING

i ANN 'D

CARBON STEEI_, VARYING CONDI_ONS

ELONGATION IN 8 INCH. REDUCTION OF AREA

i QU'D & TEMPID

S

I00-

I
I

I

SAE lO45

NORM' D

LOW ANN' D

S
160

S

D

S

D

S

160

HIGH ANN'D S

D

I SPI{E_'D S

IIO

i QU'D *- TEMP'D S

190

I SA_,i095

NCRM'D S

D

LOW ANNID S

190

I

I

I
HIGH ANN' D S

160

SPHER' D S

| 11o

QU'D & TEMP'D S! o

I After Clark & Wood 1950 *Impact Velocity Feet/Second

i DATA SHEET NO. _ of Ii



INGOTIRON S

ANN 'D I0(>,_

STATIC AND DYNAMIC DEFORMATION

IN TENSILE TESTING

CARBON STEELS

6(

LOW CARBON. IRON S

COLD ROLLED 135

SAE 1015 S

ANNID iO0

L(_4C HIGH S-P S

ANN'D I00

SAEI022 S

ANNID 160

SAE i040 S

ANNtD D

SAE 1045 S

LOW ANNID 160

SAE lO45 s

HIGH ANNID D

SAE 1078 S

ANNtD D

SAE lO95 s
.,,,.

LOW ANNID 190

SAE 1095 S

HIGH ANN'D 160

After Clark & Wood 1950 *Impact Velocity Feet/Second

DATA SHEET NO. 6 of Ii
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STATIC AND DYNAMIC DEFORMATION IN TENSILE TESTING

LOW ALLOY STEELS n VARYING CONDITIONS -I

CARB.-HIGH MN

S

AUST'D 31R C

S

AUSTtD _^-
_UaC D

S

QU'D & TEM'D 3OR C
170

QU'D & TEMP'D 51R C

SAE 2345

AUST'D 35R C

AUST'D 51_

QU'D & T_4P'D 35R G

QUID & TEMP'D

SAE 4140

AUSTtD 31R C

52R C

AUST'D 51R c

D

ELONGATION IN 8 INCH. REDUCTION OF AREA

o

::::i_

S

D

S
QUeD& TEHP'D 31R.

175

S

QU'D & TEMP'B 49R C
D

After Clark & Wood 1950 *Impact Velocity Feet/Second

DATA SHEET NO. 7 of II



STATICANDDYNAMICDEFORFATIONIN TENSILETESTING

LOWALLOYSTEELStVARYINGCONDITIONS-2

SAE 5150

AUSTt D ,31%

AUST'D 51RC

QU'D & TEMP'D 32R C

QU'D & TEMP'D _2R C

NE 8739

AUST'D 37%

AUST'D 51%

QU'D & TEMP'D

QUiD & TEMP'D

AUST'D 52RC

QU'D & TEMP'D

QU'D & TEMP'D

S

D

S

170

E%ONGATION IN 8 INCH. REDUCTION OF AREA

S

D

S

D

S

D

S

35% 18o

52Rc S
D

S

D

S

D

S

32% 18o

S

52% D

8(

After Clark& Wood 1950 * Impact Velocity Feet/Second

DATA S_EET NO. 8 of II
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! STATIC AND DYN,_IIC DEI_OR_,:ATIONIN TENSILE T}:]STING

I

I

I
I

VARIOUS ALLOY STEELS

ELONGATION IN 8 INCH.

CARBURIZ ING O 2(

GRADES

I HEAT IR'D
S

D

!

!

!

ME 8715

HEAT __..' D 200*

NE 9415

I STAINLESS

STEELS

I
302

I AS REC'D

!

!

!

!

!

After Clark & Wood 1950

S

D

!

I

mJ

l

-i

D)

REDUCTION OF AREA

69

7:1

-7 • _i1
mt , ;

J

'I

|

|I

j.

|

i

*Impact Velocity Feet/Second

DATA SHEET NO. 9 of ii
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] ....I00



STATIC AND DYNA711C DEFORMATION IN TE_._SIL_]Ti,]STI_G

COPPER AND ZINC MATh]_IALS

COPPER

MATERIALS

COPPER I

ANN ID

COPPER II

ANN' D

COLD ROLED

ZINC

ALLOYS

ZAMAC II**

DIE CAST

** 4" GAGE LENGTH

After Clark & Wood 1950

ELONGATION IN 8 INCH.

O 2D

.............. I

S

D

s]
5o I

S

170

REDUCTION OF AR]_

_ _o 8_

I

'1

I II

I

:h

*Impact Velocity Feet/Second

DATA S}_I,T NO. IO of ii
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STATIC AND DYA_d',ICDEFO_'t_TION IN TENSILE TESTING

ALUMI_,UJMAND MAG_YESIUM MATERIALS

ALDT_INUM

MA TERIALS

ALUMINUM 2S

(_QUIV.no0-mh)

• AD_ID

(EQUIV. noo-o)
ALUMINUM 17S-T

AS REC 'D

(EQUIV. 20_-m)
ALUMINUM 24S-T

AS R_D'D

(EQUIV. 202h-T3)

ANNEALED

(EQUIV. 202h-O)

MAGNESIUM

ALLOYS

AS REC 'D

DOW F
_m

DOW J

DOW M

S

S

D

S

D

S

D

S

D

ELONGATION IN 8 INCH. REDUCTION OF AREA

212D_

DOWM'_

DON 0

DOW O**

_;_ 5 INCH FILLET RADIUS

After Clark & Wood 1950

D

D

D

*Impact Velocity Feet/Second

DATA SHEET NO. II of II
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APPENDIX A2

BRITISH I_SfESTIOATIONS

t'ne work _ B. "" -"_--- t,_r _8_ _.- a,,]y..,_, no+_ _ _v_]_

able for "Iron D annealed" (aporoxL_ately equivalent to present-day low carbon

mild steel)9 and for "Copper" (approximately equivalent to hard drawn copper

w_re). Impact was accomolished by load_ng wires with a falling weight. Com-

parable static and dynamic data could be extracted for the elastic limit.

The impact velocity could be calculated, being defined by the height

of fall and the masses in the system. The strain _ at and after impact

is given by

.2Ve'_"at_

a

V = velocity Just after impact,

a --= propagation velocity of the elastic wave,

W = mass of wire per foot,

M = mass of falling weight,

t = time elapsed since stress peak.

Hence the strain rate _ is

d£ v ./Uat
• -2_ --e M

dt -- M

A2-1
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Or

" -736. ?_gt
for iron _ = - I._96 e

" -628t
for copper _ = - I .318E e

By inserting the ntunerical values, the following results are obtained:

Elastic Limit

Static

Dynamic

Units

psi

Strain Rate

psi

Iron

40,000

75,000

Copper

38,200

_48,900

Increase, dynamic versus static % _ 87.5

Impact velocity ft/se c 17.2 12.4

Dur_ ng Impact in/in/see _) *)

Immediately after impact in/in/se c 1.496 I. 319

*) Not calculable from published data.

2. _[ork by [_ylor, Whiffin and Carrin_on

The work by these investigators (Hcf. 29) was concerned with the ef-

fect of rates of compressive strain, generated by firing cylindrical slugs

against stationary armor plate. By measurement and analysis, it was found

possible to determine not only the strain rate, but also the actual yield

stress during the deformation process; in other words, to obtain elements

of dynamic stress-strain curve.

High compressive strain rates, of 15,000 - 18,000 in/in/see, were

used. Steel materials ranged from 37,700 to 248,000 psi static yield

strength. A considerable increase in yield strength, up to 250%, was

found at these strain rates. The increase in yield strength was clearly

A2-2
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a function of the static yield strength, regardless of heat treatment and

chemical composition; the weakest materials showed the hi_hest percent

}ncrease.

Whether the same or a similar relationshipholds at lower strain

rates was not determined conclusively. The results are summarized in two

o'ranh_ nn I_'_I"P@,A'P-I,
-)- r- ........ ( .......

3. Work b_ Brown and Vincent

Brown and Vincent (Ref. 30) investigated the effect of tensile load-

ing at strain rates up to 900 inch per second. They used five different

steels, representing a wide range of tensile strengths. The available

materials analysis and properties are listed in Table A2-I.

The data for ultimate tensile strength and yield strength obtained

under the various strain rate conditions are shown graphically in Figure

A2-2, plotted over strain rate. It is clearly seen that yield strength is

more strain rate sensitive than ultimate tensile strength, and that the

strain rate sensitivity is Renerally greatest for the weaker steels and

generally decreases as the strength of the material _ncreases.

Three of the same materials were also tested in compression by

Taylor et al (Ref. 29), usin_ the very high strain rate of 18,0OO inch

per inch per second. The results are shown in comparison with the data

by Brown and Vincent in Figure A2-3, plotted on a logarithmic scale for

the strain rates in order to obtain a perspicuous presentation.

A2-3
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APPENDIX A3

DATA FROM WESTINGHOUSE

Comprehensive data on effects of strain rates up to iOOO inch per

inch per second (and in a Few cases even hi_her) have beech published by

Nadai and ManJoine (16,17) and by Man_oine (13). These data are consid-

ered particularly valuable, not only because they cover, to a large degree,

the same range as is anticipated to be found in the explosive forming

tests, but also because they are consistent and appear to be highly reli-

able. They are. _iven with sufficient detail to permit an evaluation and

to make them useful for comparison with the future findings of this

pro._ect.

The load_n_ is in tension and is applied by means of a special,

controlled-speed testing machine, described by Manjolne, Wessel and Pryle

(19). The major effort was concentrated on the strain rate effect on

ultimate tensile strength, but one material, mild steel, was investigated

for ultimate, yield, and elongation. In several oases, values were also

given for true stress.

Five materials were investigated. They are listed in Table A3-X.

The data have been consolidated and are presented graphically in Figures

A3-1 through A3-5.

An important observation is the fact that material properties are,

_n several cases, affected strongly by moderate or even small strain

rates, far below the rates to be encountered in explosive forming.

The data presented here are all for room temperature testing. Data

for testin_ at elevated temperatures have been omitted because they fall

outside of the scope of the project at the present time.
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TABLE _3-I

MATERIALS INVESTIGATED BY NADAI AND MANJOINE
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MATERIAL

Pure Iron

Copper

Aluminum

Mild Steel

Stainless Steel

GRADE

Wemco Research Iron

99.95% Fe

Commercially Pure

Commercially Pure
Grade 2S

Commercial Low-Carbon,

open-hearth

Commercial 18Cr-SNi

ANNEALING TREATMENT

2 hr. at 7OO°C

5 hr. at 500°C

2 hr. at 400°C

i hr. at 920°C

I hr. at llO0°C
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A PPF_NDIX Ah

EXTRACT FROM "BEHAVIOR OF METALS UNDER IMPULSIVE LOADS",

BY JOHN S. RIN_ART AND JOHN PEARSON

The following is an abbreviated extract from several sections of Rine-

hart and Pearsonls book, with particular emphasis on definition of terms,

explanation of elements of the microstructures of metals, and the general

conclusions with regard to effect of high intensity impact loading on metals.

It should be remembered that most of the findings are not applicable to explo-

sive forming without serious modification because of the very large difference

in loading conditions, particularly with respect to strain rate.

a. Definitions

(I) Strain Lines and Markings

Lines and markings, appearing on the surface of loaded bodies

of polycrystalline metals, and caused by inhomogeneous (localized) plastic

deformation.

They occur in materials exhibiting a yield point. They appear

first as lines or narrow zones (Luederls bands, Hartmann's lines), and spread

gradually.

The planes defined by strain lines are approximately the planes

of maximum shear stress. In tensile specimens of steel, the angle is 50 to 55

degrees with the axis. In objects of other shapes, the angle is roughly h5

degrees with the principal axes ("_tretcher strains" in deep drawn parts).

Several intercepting line systems may appear, forming a criss-

cross pattern,

(2)

Displacement of one part of the crystal relative to another

alon_ a definite crystallographic plane (slip plane) and in a crystallogra-

phic direction (slip direction).

The combination of a plane of slip and a direction of slip

(in that plane) constitutes a slip system.

Slip (in a certain slip direction on a certain slip

plane) starts when the stress component (a shear stress) in the slip

A4-1



direction reaches a value called the critical resolved shear stress.

A grain of a polycrystalline metal offers more resist-

ance to slip than does a single crystal because of differences in orienta-

tion between adjacent grains. This restrictive effect causes less slip to

occur near a grain boundary than at the center of the grain (Figure A4-1).

(3) Deformation _ands

Lamellar regions, formed on crystallographic planes,

and within which different orienta_ons are gradually developed as the

deformation increases.

Deformation bands are formed in single crystals and in

grains of polycrystalline metals. They occur in most face-centered and

body-centered metals.

Banding may cause bending of lattice planes and consi-

derable mtrain hardening.

"Kink bands" and "bands of secondary slip" are special

types of deformation bands.

(4) Twinnln_z Deformation Twinning, Mechanical Twinnin_

ResoRts from sliding of consecutive planes of atoms, the

movement of each plane being proportional to its distance from "the twin-

nin_ plane". A new lattice, of the same type as the original one, but

with a different orientation, is formed.

Twinning is a result of a shearing action and occurs in

definite crystallographic planes (twinnin_ _lanes) and crystallographic

directions (twinning directions). There is evidence of a critical shear

stress for twinning.

Twinning is visible as lamella of readily visible width.

They are quite common inclose-packed hexagonal metals, do not appear to

A4-2
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occur in face-centered cubic metals, and are relatively uncomcon in

bo_y-centered cubic metals such as iron, under non-impulsive loads, but

aooear prominently after impact loading. The lamellae are known as

Newmannbands or shock twins.

Two different forms of twins have been observed.

Feathered twins are wide twins with irregular boundaries. Normal twins

are thinner and have straightj parallel boundaries.

A family of twins (a twin family) is a group of parallel

twins within a single grain. One grain may contain more than one twin

family.

b. Strain Rate Fffects in General

Increasing strain rate has the following effects:

(I) Increase of the yield strength.

(2) Increase of the entire stress level of the flow curve

(i.e., the true-stress-strain curve).

(3) Increase of the ultimate strength of the material.

(4) In general, increase of the specific energy to fracture.

(5) Decrease of the fracture elongation (quote from p 107:

"For example, at low temperature or under rapid rates of loading,

little plastic deformation precedes fracturing". Quote from p 109: "The

tendency for a metal to deform by grain flow increases with high pressure

and high temperature, and decreases with low temperature and high strain

rate____s).

The data given are, however, related to impact velocity rather

than to actual strain rate, although strain rate will, in general, increase

with impact velocity. A direct correlation with quantitatively defined

actual strain ratio is not presented; nor, is there any comparison between

specimens loaded im_llsively and statically to the same amount of strain.
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In g_eneral, the statements are valid only up to the critical

impact velocity.

The effects of an increase An strain rate is usually equiva-

lent to the effects of a decrease in temperature.

Primary strain rate effects on microstructures may be ob-

scured by localized adiabatic heating due to plastic deformation work.

Such local heating may be sufficient to cause a complete phase change,

or to partly anneal or recrystallize the material.

c. Pressure Effects (pp 19-21)
i,

Application of bi_h strain rates may be associated with the

si_,Itaneous occurrence of high pressures, and high pressure effects may

enter into the picture.

Such high pressure effects are:

(i) A transition from brittle to ductile failure.

(2) F_treme increase of fracture strain.

(3) Decrease of the compressibility (with the exception of

the alkali metals).

(4)

pression.

(5)

(6)

(7)

Increase of the strength for both tensSon and corn-

Increase of the modulus of rigidity (0).

Increase of Young's modulus (E).

Some effect on Poisson's ratioj without generaliled

statements.

d. Fffects of Impulsive Loading on Microstructural Elements

(i) Grain Distortions
, ,,, .....

Metals ex10osed to explosive or other type of impact

A4-4
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loading will £enerally show grain distortion 5n areas adjacent to the load

application and in areas oF concentrated shear stress.

The distortion will take the shape of severe grain flow

for duc_.ile materials such as mild steel, and grain fragmentation for mat-

eria!s which flail in a bMttle fashion.

(2)

The distribution and characteristics of slip lines and

bands are affected by strain rate and temperature.

Slip bands _n aluminum and copper broken in tension at

moderate impact velocities showed _ _ncrease in n_ber and a decrease In

d_stance as the strain rate _ncreased. A similar effect was found f(_"

alumim1_ tested at constant strain rate and decreasin;_ tempera_ire.

SI_p phenomena are usually not observed 5n materials

which behave in a b_ttle fashion.

Ductile materials, exposed to high strain rates under

explosive loads will usually exhibit extensive slip in multiple slip

systems (Figure A4-2).

(3) Relation Between Slip andNeumann Bands (T__wins)

Observations on specimens tested by mechanically prod-

uced impact los ds indicate that grains _thich contain Neumann bands (shock

twins) are almost, if not entirely, free from slip.

(h) Deformation Bands

Deformation bands, formed under impact, may sometimes

be difficult to distinguish from other defo_nation phenomena, such as

bwins. }Towever, one case is known, where deformation bands were formed

in duralumin, deformed in compression at impact velocities from 500 to

2160 ft/sec. "
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Eachband was confined to a single grain. The bands
were apparently formed at an early stage because they showedsubsequent

deformations in accordancewith the _eneral pattern of grain flow. In

addition, there were sl_p lines in the samegrains, and differential etch-

ing indicated that the slip lines were also formed subsequent to the forma-

tion of the bands.

(5) _ins

The _eneral pattern of twin formation in explosively

or otherwise im_11sively loaded bodies shows the following variation in

the direction ontwardly from the point of load aoplications

(a)

(b)

(c)

(d)

(e)

(f)

families decreases.

(g)

The extent of grain distortion decreases rapidly.

The overall amount of shock twinnin_ decreases.

The number of _rains containing twins decreases.

Individual _rains contain fewer twin families.

Each twin family cantaine fewer twins.

The number of grains containing several twin

The predominating form of twins changes gradu-

ally from feathered twins to normal (straight-sided) twins.

(h) The average width of twins decreases.

The amount of twins decreases with increased carbon

content and with increased cold-work indnced hardness.

The statements made above are illustrated by examples

taken from several tests wlth exolosively loaded specimens of annealed

low-carbon steel. In one series of illustrations, comparison was made

between structures taken at 1/6h-inch, 5/6h-inch, and 1-7/16-inch dist-

ance from the explosive charge. This variation corresponds undoubtedly
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to a qualitatively equivalent variation in strain rate (Figures A4-3, A4-4,

and A_-5).

in another case, comoarison was made between strucb1_res

from a cylinder, loaded by an _nternal explosion, and a flat plate explos-

ively loaded from one side. For this case, it is explained that the cylin-

der wall has been exposed to a load of longer duration than the flat plate.

An interference occurs between gratn distortion (ductile

flow) and twins. Close to the load application, the heavy grain flow

obscures the twins. A short distance further out, both deformation modes

are distinguishable. The twins aopear distorted by the grain flow, indi-

catin_ that twins were initiated prior to the onset of the flow.

Grain flow appears to stop rather abruptly at a certain

distance from the load application, while shock twins continue to appear

in considerable numbers beyond this limit, although the frequency gradually

diminishes with increasing distance.

It is indicated that not only the number but also the

form of the twin depend on the strain rate and that feathered twins are

produced by more slowly applied stress (Figure _h-6).

The two different forms of twins may be found in the

same grain; however, they will then tend to form two different twin fami-

lies. If the twins from two such families cross, then the narrow twins

are generally displaced (Figure Ah-7).

T_ns do not appear to contain any appreciable amount

of stored energy. They are in themselves stable and require heating to

the upper critical temperature for their removal by recrystallization.

The situatim is entirely different where the twinning is accompanied by

grain d_tortion. The necessary temperature for recrystallization, inclu-

ding the complete removal of the twins, may, in such cases, be lowered by

from 250 to h50°F. .
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I

I

I
l
I

I

I
I
I
I

I
I

I

I
i

I
I

I

I

SLIP LINES

Note that concentration of slip lines is greater

at center of grain than at grain boundaries.

Note different directions of slip lines within a

single grain.

Low Carbon Steel (xag.45ox)

Figure A4-1



MULTIPLE (INTERSECTING) SLIP LINE SYSTEMS

Explosively Loaded Brass (Mag. 610X)

Figure A4-2
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GRAIN [_STORTION

Heavy Ductile Flow Obscuring Twins.

Explosively Loaded Low Carbon Steel

1/64-inch from explosive charge. (Ma_.hSox)

Figure A4-3



GRAINDISTORTIONANDTWINNING

Note that twins are distorted with grain.

Explosively Loaded Low Carbon Steel.

5/6_-inehfromexploaive charge

Figure A/_-4.

(m_. hSox)
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TWINNING, ABSENCE OF GRAIN DISTORTION

Explosively Loaded Low Carbon Steel

1-7/16 inch from Explosive Charge (Mag.45ox)

FiomJre A4-5



FEATHERED TWINS

Explosively Loaded Low Carbon Steel

Fi_eA_

(Mag. 930X)
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TWO INTERSECTING TWIN FAMILIES

Note that the normal (thin) twin is displaced at

point of intersection with feathered twin.

Explosively Loaded Low Carbon Steel (Mag. I060X)

Figure A_-7
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APPENDIX - B

INVESTIGATION OF RESIDUAL STRESSES

IN A CIKCULAR DOME

Definitions and Notations

In the problem of investigating the residual stresses in an explosively formed

dome, the dome is considered to be a shell, that is, a structure in which one

..... e,,s .... , _,,e ,,,,_k_,ess, can be considered- 4,1=rn_ in con%parison with the

other dimension and with radius of curvature.

This leads to a number of simplifications, the justification for which is found

in the generally recognized results of shell theory.

The surface that bisects the thickness dimension, is called the middle surface.

While most measured dimensions are taken to the outer surface of the dome,

they are converted to the middle surface by calculations, where appropriate.

The dome is considered to be axi-symmetrical, so that its middle surface is

a surface of revolution.

Most notations used in this discussion are identical with the notations for shell

analysis used in "Theory of Plates and Shells", by S. Timoshenko and

S. Woin0wsky-Krieger, Second Edition, 1959. References to this work are

indicated by TWK. The notations, as used here, are listed in Table No. B-1.

The most important deviation from TWK is that P with subscripts are used

for radii of curvature, while r with subscripts are used for radii measured to

the middle surface.

Some measurements were taken to the formed contour. Other measurements

were taken to the circular photogrid applied to the blank prior to forming. A

sample of the photogrtd is shown in Figure B-1. When reference is made to

the circles, the circles are numbered consequtively from the center, the

center being No. 0.

B-1



Rings separated from the dome in the sectioning process are denoted by the

number of the middle circle, that is, the circle which is located approximately

at the middle of the ring surface. Thus the rings are numbered 8, 16 .....

80, and 90. The central member forms a small circular blank, not a ring,

and is denoted as No. 2, from the circle located at the half-way point on the

blank radius.

Subscripts 0 refer to dimensions and other quantities associated with the

middle circles. Subscripts 1 and 2 refer to inner (upper) and outer (lower)

edges of rings, including the center blank.

Most of the dimensional and force notations are shown in Figure B-2. Other

notations are illustrated in Figures B-3 and B-7.

General Theory for a Dome

In the general theory of shells subjected to an external load, there are

five unknowns, (see Figure B-2)_ the normal force N$, the sheering force Q@,

and the bending mement M , on a normal section along a parallel circle, and

the normal force N O and the bending moment M o on a radial section. For

reasons of symmetry, there is no shearing force on a radial section. In the

general theory, there are also external loads which are known quantities.

The general theory provides three equilibrium equations, which include the

five unknowns and the load terms (TWK, p. 534, eq. (312)). For residual

stresses only_ the load terms become zero and the equations read:

d

_-_ (Nero) - NoP lcos _- Qcr °
= 0

d

Ncro +NoPlSin ¢ "+_-_ tOcr o)
= 0

d

d-'_ (MRS- Me91COS O-Q Plro = 0

(1)
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These equations are differential equations, developed for an infinitely small

element, as shown in Figure B-3. For an element of finite width s. as the

one shown in Figure B-Z, the differential equations must be superseded by a

set of difference equations, which shall now be developed.

While Figure B-Z shows only the directions and general notations for the

unit forces and moments, the value of the actual resultant forces and

moments are shown in Figure B-4, when ACB is the .m.iddle !ine of the element.

The forces and moments are derived as follows:

With the element bounded by two radial sections with the included angle dO,

the length of the side at the upper edge, measured in the middle surface, is

r 1 dO. The resultant of the forces N_,I is N_,I rldO" The resultants of

Q_and M# are found analogously.

The length of the side in the radial sections, measured in the middle surface,

is s, and the resultant of the forces N O acting on one side only is N0s.

The resultant of the forces N O acting on the two opposite sides is N0sd0.

Likewise the resultant moment from M o on one side only is M s, and theO

resultant of the moments acting on the two opposite sides is M 0 s cos 4o dO

(see Figure B-5. )
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Putting AB=s, assuming AB:/rtangent in C, projecting the forces on the axes

Y and Z and taking moments around B results in the following three equilibrium

equations:

N ,2 r2 dO cos (_2-¢o) - N t ,lrl dO cos (to-,,51) - NoSdO cos o

- Qt, 2r2 dO sin (t 2- to ) - Qt, lrl dO sin (to-qbl)

Nt, zr2dO c°s [90-(tZ-to) ]

+ Qt,zrzdO cos (tZ-to)

+ N t, lr 1dO cos [90-(to-tl)]+ NoSd0 sin t o

- Qq5, Irl d0 cos (to- tl) = 0

M t ,2 rzd0

Qt, lrld0 s cos (t

- Mr, lrl d0

o-tl)+N0sd0 1/2s sinto

M0s cOS_od0

=0

0

,(2)

which reduce to

Nt,2r2cos (_2-to)

- Qt, 2r2 sin(_bZ-to )

Nt,zr2 sin (tZ-to)

+ Qt, 2r2 coS(tz-to )

M
t, 2r2

-Q_, irl s cos (to- tl)

-Nt,lr 1 cos (to-tl) -N o

-Qt, lrl sin (to-tl)

+Nt, lrl sin (to-tl)

-Qt, lrl cos (to-tl)

/

-M , lrl

2

+ 1/2 NoS sin to

+N

-M 0

S COS t
O

0 s sin qbo

S COS 4)
'0

=0

=0

=0

,(3)
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As a check on the correctness of (2) and (B) it can be shown, that they are

transformed back to the original differential equations (1) by the following

substitutions :

r _ r r + dr _ r 2o 1 o o

cos ¢~ cos ¢o

COS (_b_-_bo)= cos (d_o-_bl)=I sin (¢_-d_o)= sin (¢o-¢i)= I/_- de

ds _s ds = p id¢

N¢~ N¢, 1 N¢+d N_N¢,z etc.

(4)

It should be noted, that the first two of the equations (3) are free of moments

and contain only three unknowns, N¢, N 8, and Q¢. The forces can be

eliminated and the normal and shearing stresses introduced by making use of

the thickness h and substituting

N- h_

Q= h'F (s)

Formally, the equations (3) contain six unknowns, on account of the subscripts

1 and 2; it follows, however, from continuity reasons (see Figure B-6), that

(n',+l) N¢, (n)N¢, 1 = 2 etc. (Sa)

B.5



Therefore, if the stresses with subscript 2 are known, the number of unknown

are reduced to three. This is, a priori, the case for the last ring, because

the outer edge is unloaded, i.e. all subscript 2 stresses equal zero. When

the subscript 1 stresses for the last ring have been found, they automatically

provide the subscript 2 stresses for the following ring, etc. The whole

system of equations can thus be solved successively.

With this in mind, it will be convenient to separate unknown and known

quantities by transposing the subscript 2 terms, while making the substitution

(5), resulting in

0"

0"

_b, lrl cos {¢bo-_b 1) + _8 s cos _b° + _"¢

= %,zrz cos (¢Z-,o)- _¢

_,lrl sin (dpo-_l) + vO s sin ¢o

= - _¢,zrzSin {¢Z-¢o )

,lrl sin {¢o-_bl)

,2r2sin {dp2-_bo) = A

, lrl cos (d_o-d_ 1)

,zrz cos (¢2-¢o) : B

(6)

The stillmissing equation is obtained from deformation information.

and • in an element located (see Figure B-7) on the
With stresses _,o 0

middle circle of a ring, the peripheral strain e 0 is given by

1 - V_ ° )' e :-£ (°e ¢,

O" -v_r = Et
e _,o e

(7)

and is obtained from measurements before and after sectioning, as it shall

now be explained.
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Let the measured diameters on the middle circle in a ring be

D 1

D = D 1 + AD 1
Z

then

before sectioning, under the action of

the stresses _ and cr
¢,o

after sectioning with _ ¢_, o--_e =0

D 1 -D Z LkD

e DZ DZ

Finally by substituting

= 1/Z (v + • 2)=_,o ¢,1 _,

and rearrarging the terms the deformation equation becomes

1/2 v: V_,l - v0 = - 1/2P_¢,2 - Ec0

Solution of the Equations

"_¢, 1 is first eliminated between the two equations (6) by multiplication

by cos (*o" *1 ) and sin (¢o " *1 ) respectively and adding,giving

O' r COS
,,1 1

Z
(*o'*1) + =e s cos _o cos (,o-,1) +

+ _, lrl sin (¢o" *1 ) cos (*o" *1 )

= Acos (¢o, " *1 )

0",, lrl sin Z(,
m

O sin (* - * [),I)+ _0s sin _b° o

- _,lrl sin (*o " *1 ) cos (*o " *1 )

= B sin (*o" *1 )

+ O-ee [cos,

= A cos (, -
0

cos (*o'*) + sineO' 1

,i ) + B sin (*o " _I )

sin (_o

B-7
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_r

which reduces to

_¢,lrl + ¢ 8s cos ¢1 = _¢,2r2 cos (¢Z-¢1) -_,ZrZsin(¢Z-¢l) (11)

Next o"8 is eliminated between (lO)and (II) by multiplying (I0) by

1/Z

s cos _bI,giving

¢,ivs cos ¢I - _O s cos ¢I = - I/2 _¢,2vs cos ¢I - Eco s cos ¢I

0"

which, when added to (II) gives

_b,1 (rl+ 1/Z vs cos ¢1 ) = _¢,2 (r2 c°s (¢2

- T¢,zrz sin (¢2 " _I ) " Ee 8 s cos ¢_I

- ¢i ) - 1/z v s cos ¢ i)

or

¢¢,z(rzCOS (¢Z-¢1) - I/Z vs cos¢l) -'_¢,2r2 sin (¢2-¢l)-E,os cos ¢1

I

I
I

I

I
I

I
I

I
¢,i

rI + I/2 vs cos ¢I

_¢,2 a - _'_, 2r2 sin (¢Z-¢1) - E, 8 s cos ¢1 C

rl+ I/2 vs cos¢l F

(iz) I

!
where a, C, and F are introducted for convenience in the numerical

computations.

I

INo practical advantage is gained in writing the explicite term for vS; it is

more convenient for the numerical computations to take _8 from (7), giving

_e = v°r¢,o+ E,e (13) I

in taken from the first of the equations (6):Finally _, 1

) = A - o'¢, lrl cos (¢o-¢1) - o"e e cos ¢ O._"_, lrl sin {¢o-¢i

I

I
iA , v_b, lrl co. (@o-¢1) - 0"e s cos ¢o = G

,1 = r 1 sin (¢o-¢1) .....=_ (14)

B-8
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1 Modification of the Theory for Application to a Flange

For a dome with a flat flarge it is necessary to develop formulas for flat

I rings. As an intermediate step consider the case that the ring becomes conical

(Figure B-8), so that,

I 'I'I= Cz = _o

I Equations (3) reduc_ tn

- - -- _ 0

i N¢,zrz - N@,irl Nos cos @o

Q@,zr2 - Q@, irl + N O s sin 4po = 0

I M_,2r z M b ,lrl l_os cos _o Q¢, irl s+I/2 N0s 2sin 4po

w(15)

I
I
I

I
I
I

I
I

I

Equations (7)- (I0)remain unchanged.

When the ring is cut open, the ends moves a distance 6 relative to each other,

6 taken positive for separation; the radius to the middle surface changes from

ro to ro _ and the radius of curvature changes from P2 to p2 _. By this

operation, the length of the periphery of the circle through C in the middle

surface changes from

p= Zltr
o

to

p_= 2_r _=p+6=2_r +6
O 0

hence 6
r _ = r +_
o o 2_

Ignoring the very small change in ¢0

the cut become
r

o

P2 = sin--"--_
0

5

r._* r +_o 2_r

P 2: = ' sin_b ° sin_o

I 6
and PZ_ -P2 : 2_r sine

I

the radii of curvature before and after

5
Pz + 2w sin_b

(16)

O

B-9
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The change in curvature, reckoned from the cut (stress-free) position to the

uncut (stressed) position is

":-" 2
P -P * P2-P2: sin 4o! 1 2 2 _.. 6

2 213" sin¢o r 2P2* 92 P2* P2 P2 o

5
sin _ •

2 O
2wr

O

(17)

The assignment of the sign to the relative displacement 6 was actually

arbitrary, while the sign convention used for forces and moments follows TWK.

It is, therefore, now necessary to examine the sign relationship before

associating the changes in curvature with a ber_ding moment. It is seen from

Figure B-9, that a positive 5 corresponds to an existing negative moment M o

_ and a negative change in curvature.

Hence, from the generaly theory of bending

1 1 M M 0 s • M0s

Pz, P2 EI EI E 1/]2 sh3

lZM

= _____O0 (18)

Eh 3

and with (17)

12M
0

3
Eh

2
2w r

O

sine
0

For ¢

, Eh 3 sin ¢ o
M =--- 6

0 _ 2
24w r

o

= 90 ° the cone becomes a cylinder,
O

and

(19)

Eh 3 6
M =

0 24_ 2
r
o

For _b = 00 and sin ¢ = O,
0 0

the cone becomes a flat ring, and

M =0
O

unless the ring warps out of its plane when cut.

(20)

(21)
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Now returning to the equations (15) in the case of a flat ring, they further

reduce to

N_b,2 r2 - N ,lrl - N 8s = 0

Q¢,2r2 - Q¢,lrl = 0

xs r xs r - M s _ irl s = 0""¢,z z-'¢,l 1 e °%, j

> (22)

Since Q¢, 2 = 0 for the outer ring, all Q's are zero for all the following flat

rings. Since from (21) M 8 = 0, the last of the equations reduces to

M¢,2r2 - M¢,lrl = 0

and since M ,2 = 0 for the outer ring,

flat rings.

all M

(23)

's are zero for all the following

With (5) the first of the equations (22) is converted to

cr ¢,2r 2 -_¢,irl -_0 s = 0

which together with {7) - (10) can be solved for _¢,i and _0, because

=¢, 2 is a known quantity for each individual ring in the same manner as

explained in connection with equation (5a).

(24)

Rearranged, the equations become

_¢,lrl + crOs = _¢,2r2

1/2_¢,1_-_0 = - 1/2_¢,2Y-E_ O

with the solution

(25)

r 1 + 1/2 _s -

= 1/2 :v{r 1 + r 2 )_¢,2 + EE 0s

8 r 1 + 1/2 Vs

(26)

B-f1
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While the flat rings, when they stay flat after the second stage of sectioning,

do not contain moments M_ and M8 perpendicular to their own plane, they

still contain a moment M in their own plane. This is a case of a cylindrical
Q

ring, for which equation (Z0) was developed.

"width" of the ring is h and the radial "thickness" is s, hence

Es 3 5
M =

a 24_ 2
r

o

In the present case, the axial

(Z7)

The stresses from M
Q

Z
are obtained by division by 1/6 s , and are with

the adopted sign convention (see Figure B-9)

_B, 8, 1 I + M E s

= - 1 2 - 4v Z

(rB,e, _s rO

5 (z8)

which, when combined with the value for _8 from (Z6) give the stresses at

the edges of the ring.

Experimental Work and Results

An application of the method described has been made on a dome. The material

was low-carbon steel of 0. 100 inch nominal thickness; the blank diameter was

11-3/4 inch, and the dome was formed in a 6-inch diameter free-forming die

to a depth (deflection) of I. 8 inch. The dome contour is shown in Figures

B-13 and B-14.

The grid shown in Figure B-1 was applied to the blank.

The circles 8, 16, 24 etc. as indicated in the figures were selected as

measuring circles. Sectioning was performed along circles 4, IZ, etc.

The rings after first and second sectioning stage are shown in Figures No.

B-10 and B-II. The coordinate cathetorneter with the dome in measuring

position is shown in Figure B-I2.

B-I2
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The diameter change A D and the relative motion 8 of the free ends were

measured. The results are shown graphically in the curves in Figure B-13.

The distribution of the resulting normal and shearing stresses is shown

graphically in Figure B-14.

The stress at circle No. Z cannot be calculated from the general theory

because the circle is located in the center cap, not on a ring. The resultant

of all normal forces on a diametral secti-on of the dome must be zero. The

total of 11 ..... _ .... • v Thea ........... forces on*_o rlngs R through 90 is not exact!y zero.

stress at circle No. Z is, ithen, calculated in such a way that it compensates

for this small difference and makes the resultant over the complete section

equal to zero. The point is plotted in Figure B-14. It is seen, that it fits

well with the curve and thus provides a final check on the computation.

B-13



r,8

rl,r 2 rt O

1,2,o

Pl,PZ

D

AD

6

, (with

subscripts)

N_

N 8

Q_

M_

0"

_e

TABLE B-I _

.._NOTATIONS _ '

Polar coordinates in planes perpendicular to dome axis.

Radii to the middle surface, located at the inner (upper) or outer

(lower) edge of a ring or at the middle circle.

Slope of tangent to meridional contour of dome, equal to the angle

between the normal to the contour and the axis of the dome.

Subscripts 1, Z, o applied to 4_ have the same meaning as explained

for radii r.

Principal radii of curvature

Diameter measured on a ring

Change in diameter caused by first stage of sectioning

Relative motion of adjacent points in a ring caused by second-stage

of sectioning.

Components of elastic strain

Normal force per unit length of a normal section along a parallel

circle, acting in the direction of the tangent to the meridional

C ontou r.

Normal force per unit length of a radial section, acting in the

direction of the tangent to the parallel circle.

Shearing force per unit length of a normal section along a parallel

circle, acting in the direction of the normal to the meridional

contour.

Bending moment per unit length of a radial section.

Normal stress component on a normal section along a parallel

circlet acting in the direction of the tangent to the meridional

Contour,

Normal stress component on a radial section, acting in the direction

of the tangent to the parallel circle.
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1,2,o

E

P

TABLE B-I (Cont.)

Shearing stress component on a normal section along a paralle!

circle, acting in the direction of the normal to the meridional

contour.

Subscripts I, 2, o applied to NO?, o-q_ , Q_ ,_"qb , and Mq_ have the

same meaning as explained for radii r.

Modules of eiesticity, taken as 30 x 106 psi.

Poisson's ratio, taken as O. 29.
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FIGURE B-8. Analysis of Conical Ring

FIGURE B-9. Size Convention for Moments, M@

I

I

I

I

I

I

I

I

I

I



I 
1 
I 
I 
! 
I 

I 
1 
I 
I 
I 

+I 
01 
k 
.rl 

6( 
k 
a, 
+J W 

Id 
01 
bs 
c 
2 
0 
4 

l 

a 
w 
d 
3 

I 
I 
I 
I 
1 



M 
bj 
I 
I- 
w 



8 

FIGURE B- 12. Coordinate Cathetometer 
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